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National foreword

This British Standard is the official English language version of 
EN 196-8:2003.

The UK participation in its preparation was entrusted by Technical Committee 
B/516, Cement and lime, to Subcommittee B/516/12, Sampling and testing, 
which has the responsibility to: 

A list of organizations represented on this subcommittee can be obtained on 
request to its secretary.

Cross-references
The British Standards which implement international or European 
publications referred to in this document may be found in the BSI Catalogue 
under the section entitled “International Standards Correspondence Index”, or 
by using the “Search” facility of the BSI Electronic Catalogue or of 
British Standards Online.

This publication does not purport to include all the necessary provisions of a 
contract. Users are responsible for its correct application.

Compliance with a British Standard does not of itself confer immunity 
from legal obligations.

— aid enquirers to understand the text;

— present to the responsible international/European committee any 
enquiries on the interpretation, or proposals for change, and keep the 
UK interests informed;

— monitor related international and European developments and 
promulgate them in the UK.
Summary of pages

This document comprises a front cover, an inside front cover, the EN title page, 
pages 2 to 14, an inside back cover and a back cover.

The BSI copyright notice displayed in this document indicates when the 
document was last issued.
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Foreword

This document (EN 196-8:2003) has been prepared by Technical Committee CEN/TC 51, ‘Cement
and building limes’, the secretariat of which is held by IBN.

This European Standard shall be given the status of a national standard, either by publication of an
identical text or by endorsement, at the latest by April 2004, and conflicting national standards shall
be withdrawn at the latest by April 2004.

This European Standard on the methods of testing cement comprises the following Parts:

EN 196-1 Methods of testing cement — Part 1: Determination of strength

EN 196-2 Methods of testing cement — Part 2: Chemical analysis of cement

EN 196-3 Methods of testing cement — Part 3: Determination of setting time and soundness

EN 196-5 Methods of testing cement — Part 5: Pozzolanicity test for pozzolanic cements

EN 196-6 Methods of testing cement — Part 6: Determination of fineness

EN 196-7 Methods of testing cement — Part 7: Methods of taking and preparing samples of cement

EN 196-8: Methods of testing cement — Part 8: Heat of hydration - solution method

EN 196-9: Methods of testing cement — Part 9: Heat of hydration — semi-adiabatic method

EN 196-21: Methods of testing cement — Part 21: Determination of the chloride, carbon dioxide and
alkali content of cement

EN 196-21 is currently being revised and incorporated into EN 196-2.

Another document, ENV 196-4 Methods of testing cement — Part 4: Quantitative determination of
constituents, has been drafted and will be published as a CEN Technical Report.

According to the CEN/CENELEC Internal Regulations, the national standards organizations of the
following countries are bound to implement this European Standard: Austria, Belgium, Czech
Republic, Denmark, Finland, France, Germany, Greece, Hungary, Iceland, Ireland, Italy, Luxembourg,
Malta, Netherlands, Norway, Portugal, Slovakia, Spain, Sweden, Switzerland and the United
Kingdom.
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1 Scope

This European Standard describes a method of determining the heat of hydration of cements by
means of solution calorimetry, also known as the solution method. The heat of hydration is expressed
in joules per gram of cement.

This standard is applicable to cements and hydraulic binders whatever their chemical composition.

NOTE 1 Another procedure, called the semi-adiabatic method, is described in EN 196-9. Either procedure can
be used independently.

NOTE 2 It has been demonstrated that the best correlation between the two methods is obtained at 7 days for
the solution method (EN 196-8) compared with 41 h for the semi-adiabatic method (EN 196-9).

2 Normative references

This European Standard incorporates by dated or undated reference, provisions from other
publications. These normative references are cited at the appropriate places in the text, and the
publications are listed hereafter. For dated references, subsequent amendments to or revisions of any
of these publications apply to this European Standard only when incorporated in it by amendment or
revision. For undated references the latest edition of the publication referred to applies (including
amendments).

EN 197-1, Cement — Part 1: Composition, specifications and conformity criteria for common
cements.

3 Principle

The method consists in measuring the heats of solution, in an acid mixture, of anhydrous cement and
cement hydrated under standardized conditions for a predetermined period of time, e.g. 7 days.

These standardized hydration conditions are as follows:

¾  water/cement ratio 0,40;

¾  use of neat cement paste;

¾  storage at constant temperature of (20,0 ± 0,2) oC during the whole hydration process.

The heat of hydration for each period, Hi, is obtained from the difference between the heat of solution
of anhydrous cement, Qa, and that of hydrated cement, Qi.

4 Materials

4.1 Acid mixture

Analytical reagent quality acid mixture, obtained by adding 2,760 g of 40 % hydrofluoric acid (HF) for
every 100,0 g of (2,00 ± 0,01) mol/l nitric acid (HNO3), or 2,600 ml of hydrofluoric acid for every
100,0 ml of nitric acid.

WARNING  Hydrofluoric acid can cause painful skin burns which heal only with difficulty and
precautions in handling this very corrosive substance should be strictly observed.
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