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BS EN 2033:2017 BRITISH STANDARD

National foreword

This British Standard is the UK implementation of EN 2033:2017.

The UK participation in its preparation was entrusted to Technical
Committee ACE/61, Metallic materials for aerospace purposes.

A list of organizations represented on this committee can be
obtained on request to its secretary.

This publication does not purport to include all the necessary
provisions of a contract. Users are responsible for its correct
application.

© The British Standards Institution 2017. Published by BSI Standards
Limited 2017

ISBN 978 0 580 95331 6

ICS 49.025.10

Compliance with a British Standard cannot confer immunity from
legal obligations.

This British Standard was published under the authority of the
Standards Policy and Strategy Committee on 31 March 2017.

Amendments issued since publication
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English Version Aerospace series - Strips, cold rolled in steel, Thickness 0,1 mm  a  2,5 mm - Dimensions Série aérospatiale - Bandes, laminées à froid en acier, Èpaisseurs 0,1 mm  a  2,5 mm - Dimensions Luft- und Raumfahrt - Bänder, kaltgewalzt aus Stah,l Dicken 0,1 mm  a  2,5 mm - Maße 
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