
BRITISH STANDARD BS EN 
27213:1994
ISO 7213:1981
Incorporating 
Amendment No. 1

Method for

Sampling pulps for 
testing

The European Standard EN 27213:1993 has the status of a 
British Standard

UDC 676.16:620.113

Confirmed 
July 2010

Full document details: BS EN 27213:1993

http://www.avadocuments.com/doc/bs-en-27213-1993
http://www.avadocuments.com/doc/bs-en-27213-1993


BS EN 27213:1994

This British Standard, having 
been prepared under the 
direction of the Paper 
Standards Committee, was 
published under the authority 
of the Board of BSI and comes 
into effect on 
30 July 1982

© BSI 01-2000

The following BSI references 
relate to the work on this 
standard:
Committee reference PAM/11 
Draft for comment 80/65152 DC

ISBN 0 580 12828 8

Cooperating organizations

The Paper Standards Committee, under whose direction this British Standard 
was prepared, consists of representatives from the following:

British Paper and Board Industry Federation (PIF)*
British Printing Industries Federation*
Envelope Makers’ and Manufacturing Stationers’ Association*
HM Customs and Excise
Her Majesty’s Stationery Office*
Institute of Trading Standards Administration
National Association of Paper Merchants
National Economic Development Office
Pira (The Research Association for the Paper and Board, Printing and 

Packaging Industries)*
Royal Institute of Public Health and Hygiene

The organizations marked with an asterisk in the above list, together with the 
following, were directly represented on the Technical Committee entrusted 
with the preparation of this British Standard:

British Fibreboard Packaging Association
British Wood Pulp Association
Chemical Industries Association
Man-made Fibres Producers’ Committee
Ministry of Defence
Paper Sack Development Association Ltd
Post Office
Society of British Printing Ink Manufacturers
University of Manchester Institute of Science and Technology

Amendments issued since publication

Amd. No. Date of issue Comments

7809 February 1994 Indicated by a sideline in the margin

Full document details: BS EN 27213:1993

http://www.avadocuments.com/doc/bs-en-27213-1993
http://www.avadocuments.com/doc/bs-en-27213-1993


BS EN 27213:1994

© BSI 01-2000 i

Contents

Page
Cooperating organizations Inside front cover
National foreword ii
Foreword 2
1 Scope and field of application 3
2 References 3
3 Definitions 3
4 Principle 3
5 Sample bales (or rolls) 3
6 Procedure 3
7 Sampling report 4
Table — Number of sample bales (or rolls) to be taken 3
Publications referred to Inside back cover

Full document details: BS EN 27213:1993

http://www.avadocuments.com/doc/bs-en-27213-1993
http://www.avadocuments.com/doc/bs-en-27213-1993

