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Denmark Dansk Standardiseringsraad

Finland Suomen Standardisoimisliito, r.y.
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National foreword

This British Standard has been prepared under the direction of the Plastics and
Rubber Standards Policy Committee and is the English language version of

EN 28031 : 1993 Rubber and plastics hoses and hose assemblies —
Determination of electrical resistance, published by the European Committee
for Standardization (CEN).

This British Standard supersedes BS 5173 : Section 104.1 : 1991 and BS 5173 :
Section 104.2 : 1990 which are withdrawn.

EN 28031 was produced as a result of formal voting within CEN. When a
European Standard is adopted by CEN, the UK is obliged to implement it as a
British Standard without deviation, and to withdraw any conflicting British
Standards.

Compliance with a British Standard does not of itself confer immunity
from legal obligations.
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