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National foreword

This British Standard is the UK implementation of EN 3293:2008.
The UK participation in its preparation was entrusted to Technical Committee 
ACE/12, Aerospace fasteners and fastening systems.
A list of organizations represented on this committee can be obtained on 
request to its secretary.
This publication does not purport to include all the necessary provisions of a 
contract. Users are responsible for its correct application.
Compliance with a British Standard cannot confer immunity from 
legal obligations. 
Amendments/corrigenda issued since publication
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 Aerospace series - Bolts, T-head, close tolerance, medium 
thread length, in heat resisting nickel base alloy NI-P100HT 
(Inconel 718), uncoated - Classification: 1 275 MPa/650 °C 

 

Série aérospatiale - Vis de précision à tête anti-rotation T, à 
filetage moyen en alliage résistant à chaud à base de 

nickel NI-P100HT (Inconel 718), non revêtu - Classification 
: 1 275 MPa/650 °C 

 Luft- und Raumfahrt - T-Kopf-Passschrauben, mittlere 
Gewindelänge, aus hochwarmfester Nickelbasislegierung 
NI-P100HT (Inconel 718), blank - Klasse: 1 275 MPa/650 

°C 
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