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Foreword 

This document (EN 335:2013) has been prepared by Technical Committee CEN/TC 38 “Durability of wood 
and wood-based products”, the secretariat of which is held by AFNOR. 

This European Standard shall be given the status of a national standard, either by publication of an identical 
text or by endorsement, at the latest by September 2013, and conflicting national standards shall be 
withdrawn at the latest by September 2013. 

Attention is drawn to the possibility that some of the elements of this document may be the subject of patent 
rights. CEN [and/or CENELEC] shall not be held responsible for identifying any or all such patent rights. 

This document supersedes EN 335-3:1995, EN 335-1:2006 and EN 335-2:2006. 

Compared to EN 335, parts 1 to 3, the main modifications are as follows: 

1) the former three parts of EN 335 have been combined; 

2) the subclasses 3.1 and 3.2 have been redefined; 

3) the subdivision of use class 4 has been omitted. 

According to the CEN-CENELEC Internal Regulations, the national standards organisations of the following 
countries are bound to implement this European Standard: Austria, Belgium, Bulgaria, Croatia, Cyprus, Czech 
Republic, Denmark, Estonia, Finland, Former Yugoslav Republic of Macedonia, France, Germany, Greece, 
Hungary, Iceland, Ireland, Italy, Latvia, Lithuania, Luxembourg, Malta, Netherlands, Norway, Poland, Portugal, 
Romania, Slovakia, Slovenia, Spain, Sweden, Switzerland, Turkey and the United Kingdom. 
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Introduction 

This standard gives general definitions of use classes for different service situations and is relevant to solid 
wood and wood-based products. 

This standard gives information on the biological agents that can attack wood and wood-based products in 
defined situations.  

The possibility of alignment between the three service classes of Eurocode 5 (EN 1995-1-1) and the five use 
classes of EN 335 has been carefully studied. It is important to note that the two systems use different criteria 
to achieve different results.  

Annex A gives guidance on relationships between use classes and service classes. 

Annex B gives additional information for the assignment of use classes. 

Annex C gives information on biological agents. 

Full document details: BS EN 335:2013

http://dx.doi.org/10.3403/03174906U
http://dx.doi.org/10.3403/30247794U
http://www.avadocuments.com/doc/bs-en-335-2013
http://www.avadocuments.com/doc/bs-en-335-2013

