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National foreword

This British Standard has been prepared by Subcommittee B/525/5 and is the 
English language version of EN 338:1995 Structural timber — Strength classes 
published by the European Committee for Standardization (CEN).
The strength classes specified in this standard replace the strength classes 
specified in Table 9 of BS 5268-2:1991.
In the revision of BS 5268-2, Table 9 will list the strength classes specified in this 
standard together with their grade stresses and moduli of elasticity for service 
classes 1 and 2 for permissible stress design. Those values have been determined 
from the characteristic values listed in this standard, which are for use with 
DD ENV 1995 Eurocode 5: Design of timber structures.

A British Standard does not purport to include all the necessary provisions of a 
contract. Users of British Standards are responsible for their correct application.

Compliance with a British Standard does not of itself confer immunity 
from legal obligations.

Cross-references

Publication referred to Corresponding British Standard

EN 384:1995 BS EN 384:1995 Structural timber — Determination of 
characteristic values of mechanical properties and 
density

EN 518:1995 BS EN 518:1995 Structural timber — Grading — 
Requirements for visual strength grading standards

EN 519:1995 BS EN 519:1995 Structural timber — Grading — 
Requirements for machine strength graded timber and 
grading machines

Summary of pages 
This document comprises a front cover, an inside front cover, pages i and ii, 
the EN title page, pages 2 to 6, an inside back cover and a back cover.
This standard has been updated (see copyright date) and may have had 
amendments incorporated. This will be indicated in the amendment table on 
the inside front cover.
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