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Foreword 

This document (EN 3915:2008) has been prepared by the Aerospace and Defence Industries Association of 
Europe - Standardization (ASD-STAN). 

After enquiries and votes carried out in accordance with the rules of this Association, this Standard has 
received the approval of the National Associations and the Official Services of the member countries of ASD, 
prior to its presentation to CEN. 

This European Standard shall be given the status of a national standard, either by publication of an identical 
text or by endorsement, at the latest by October 2008, and conflicting national standards shall be withdrawn at 
the latest by October 2008. 

Attention is drawn to the possibility that some of the elements of this document may be the subject of patent 
rights. CEN [and/or CENELEC] shall not be held responsible for identifying any or all such patent rights. 

According to the CEN/CENELEC Internal Regulations, the national standards organizations of the following 
countries are bound to implement this European Standard: Austria, Belgium, Bulgaria, Cyprus, Czech 
Republic, Denmark, Estonia, Finland, France, Germany, Greece, Hungary, Iceland, Ireland, Italy, Latvia, 
Lithuania, Luxembourg, Malta, Netherlands, Norway, Poland, Portugal, Romania, Slovakia, Slovenia, Spain, 
Sweden, Switzerland and the United Kingdom. 
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1 Scope 

This standard specifies the characteristics, qualification and acceptance requirements for self-locking thin wall 
salvage inserts with MJ threads in NI-PH2601 (NI-P100HT). 

Classification: 1 275 MPa 1) / 550 °C 2). 

2 Normative references 

The following referenced documents are indispensable for the application of this document. For dated 
references, only the edition cited applies. For undated references, the latest edition of the referenced 
document (including any amendments) applies. 

EN 2404 3), Heat resisting nickel base alloy NI-P100-HT — Solution treated and precipitation treated — 
Bars — Aerospace series. 4) 

EN 3298, Aerospace series — Inserts, thin wall, self-locking — Installation and removal procedure. 

EN 3676, Aerospace series — Inserts, thin wall, self-locking — Design standard. 

EN 4376, Aerospace series — Heat resisting alloy NI-PH2601 (NiCr19Fe19Nb5Mo3) — Solution treated and 
precipitation treated — Bar and section — De ≤ 200 mm. 5) 

EN 4377, Aerospace series — Heat resisting alloy NI-PH2601 (NiCr19Fe19Nb5Mo3) — Non heat treated — 
Forging stock — a or D ≤ 300 mm. 5) 

EN 9133, Aerospace series — Quality management systems — Qualification procedure for aerospace 
standard parts. 

EN ISO 4288, Geometrical Product Specifications (GPS) — Surface texture: Profile method — Rules and 
procedures for the assessment of surface texture (ISO 4288:1996). 

ISO 2859-1, Sampling procedures for inspection by attributes — Part 1: Sampling schemes indexed by 
acceptance quality limit (AQL) for lot-by-lot inspection. 

ISO 3452, Non-destructive testing — Penetrant inspection — General principles. 

ISO 3534:1977, Statistics — Vocabulary and symbols. 

ISO 5855-2, Aerospace — MJ threads — Part 2: Limit dimensions for bolts and nuts. 

ISO 8642, Aerospace — Self-locking nuts with maximum operating temperature greater than 425 °C — Test 
methods. 

                                                      

1) The strength class of the insert is equal to the minimum tensile stress which the insert is able to withstand at ambient 
temperature without breaking or cracking when tested with a bolt of higher strength class. 

2) Maximum test temperature of the parts. 

3) Inactive for new designation, see EN 4376 and EN 4377. 

4) Published as ASD Standard at the date of publication of this standard. 

5) Published as ASD Prestandard at the date of publication of this standard.  
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ASTM E 112-96, Standard test methods for determining average grain size. 6) 

AMS 4117, Aluminum alloy, rolled or cold finished bars, rods, and wire and flash welded rings, 1.0Mg – 0.60Si – 
0.28Cu – 0.20Cr, solution and precipitation heat treated. 7) 

AMS-QQ-A-225/8, Aluminum alloy 6061, bar, rod, wire, and special shapes; rolled, drawn, or cold finished. 7) 

3 Terms and definitions 

For the purposes of this document, the following terms and definitions apply. 

3.1 
production batch 
quantity of finished thin wall salvage inserts manufactured, using the same process, from a single material 
cast (single heat of alloy), having the same number (of product standard or definition document), thread code 
and diameter, heat treated together to the same specified condition and produced as one continuous run 

3.2 
inspection lot 
quantity of thin wall salvage inserts from a single production batch with same number (of product standard or 
definition document) which completely defines the thin wall insert 

3.3 Discontinuities 

3.3.1 
crack 
rupture in the material which may extend in any direction and which may be intercrystalline or transcrystalline 
in character 

3.3.2 
seam 
open surface defect 

3.3.3 
lap 
surface defect caused by folding over metal fins or sharp corners and then rolling or forging them into the 
surface 

3.3.4 
inclusions 
non-metallic particles originating from the material manufacturing process. These particles may be isolated or 
arranged in strings. 

3.4 
test temperature 
ambient temperature, unless otherwise specified 

                                                      

6) Published by: American Society for Testing and Materials (ASTM), 100 Barr Harbor Drive,. PO Box C700, West 
Conshohocken, PA 19428-2959 USA. 

7) Published by: Society of Automotive Engineers, Inc. (SAE), 400 Commonwealth Drive, Warrendale, PA 15096-0001, USA. 
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