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Aerospace series - Shank nuts, self-locking, in heat
resisting nickel base alloy NI-PH1302 (Waspaloy), silver 

plated on thread, for 60° swage - Classification: 1 210 MPa 
(at ambient temperature) / 730 °C

Série aérospatiale - Écrous à sertir, à freinage interne,
en alliage résistant à chaud à base de nickel NI-PH1302 
(Waspaloy), argentés sur filetage, pour sertissage 60° -
Classification : 1 210 MPa (à température ambiante ) / 

730 °C

Luft- und Raumfahrt - Einnietmuttern, selbstsichernd,
aus hochwarmfester Nickelbasislegierung NI-PH1302 
(Waspaloy), Gewinde versilbert, für 60° Aufweitung -

Klasse: 1 210 MPa (bei Raumtemperatur) / 730 °C
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National foreword

This British Standard is the UK implementation of EN 4124:2018. 
It supersedes BS EN 4124:2004, which is withdrawn.

The UK participation in its preparation was entrusted to Technical 
Committee ACE/12, Aerospace fasteners and fastening systems.

A list of organizations represented on this committee can be obtained on 
request to its secretary.

This publication does not purport to include all the necessary provisions 
of a contract. Users are responsible for its correct application.

© The British Standards Institution 2018 
Published by BSI Standards Limited 2018
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Compliance with a British Standard cannot confer immunity from 
legal obligations. 

This British Standard was published under the authority of the 
Standards Policy and Strategy Committee on 30 June 2018.
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