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National foreword
This British Standard is the official English language version of  
EN 413-2:2005. It supersedes BS EN 413-2:1995 which is withdrawn.

The UK participation in its preparation was entrusted by Technical Committee 
B/516, Cement and lime, to Subcommittee B/516/10, Masonry cement, which 
has the responsibility to: 

A list of organizations represented on this subcommittee can be obtained on 
request to its secretary.

Cross-references
The British Standards which implement international or European 
publications referred to in this document may be found in the BSI Catalogue 
under the section entitled “International Standards Correspondence Index”, or 
by using the “Search” facility of the BSI Electronic Catalogue or of British 
Standards Online.

This publication does not purport to include all the necessary provisions of a 
contract. Users are responsible for its correct application.

Compliance with a British Standard does not of itself confer immunity 
from legal obligations.

— aid enquirers to understand the text;

— present to the responsible international/European committee any 
enquiries on the interpretation, or proposals for change, and keep  
UK interests informed;

— monitor related international and European developments and 
promulgate them in the UK.

Summary of pages
This document comprises a front cover, an inside front cover, the EN title page, 
pages 2 to 17 and a back cover.

The BSI copyright date displayed in this document indicates when the 
document was last issued.
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Foreword 

This European Standard (EN 413-2:2005) has been prepared by Technical Committee CEN/TC 51 
“Cement and building limes”, the secretariat of which is held by IBN. 

This European Standard shall be given the status of a national standard, either by publication of an 
identical text or by endorsement, at the latest by December 2005, and conflicting national standards 
shall be withdrawn at the latest by December 2005. 

This European Standard supersedes EN 413-2:1994. 

EN 413 Masonry cement consists of the following Parts. 

 Part 1: Composition, specifications and conformity criteria 

 Part 2: Test methods 

The main differences between this European Standard and EN 413-2:1994 are: 

 Exclusion of workability (cohesivity). 

 Introduction of an optional setting time procedure using the specimen storage conditions (in air) 
that were previously specified in EN 196-3:1994. This is necessary because the (under water) 
method specified in EN 196-3:2005, is not suitable for some masonry cements which have low 
clinker contents. 

 Diameter of filter paper used in the water retention test increased from 100 mm to the more 
readily available 110 mm size. 

 Specification introduced for non-woven tissue to be used in the water absorption test. 

 Weighing precision in water content test increased from 1 g to 0,1 g. 

 Improved description of procedure for filling of air content test apparatus. 

 Introduction of precision statements for determination of mortar standard consistency, water 
retention and air content. 

 Clarification of requirements for retesting if mortar flow does not lie within the required range. 

 Clarification of requirements for retesting if pairs of results for water retention or air content differ 
by more than twice the standard deviation of repeatability. 

 Clarification of calibration procedures for flow table and air content apparatus. 

According to the CEN/CENELEC Internal Regulations, the national standards organizations of the 
following countries are bound to implement this European Standard: Austria, Belgium, Cyprus, Czech 
Republic, Denmark, Estonia, Finland, France, Germany, Greece, Hungary, Iceland, Ireland, Italy, 
Latvia, Lithuania, Luxembourg, Malta, Netherlands, Norway, Poland, Portugal, Slovakia, Slovenia, 
Spain, Sweden, Switzerland and United Kingdom. 
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Introduction 

This European Standard includes additional test methods to those described in EN 196 Methods of 
testing cement that enable the performance of masonry cement to be assessed when used in mortar 
for bedding masonry units and for rendering and plastering. 
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