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European foreword 

This document (EN 413-2:2016) has been prepared by Technical Committee CEN/TC 51 
“Cement and building limes”, the secretariat of which is held by NBN. 

This European Standard shall be given the status of a national standard, either by publication of 
an identical text or by endorsement, at the latest by February 2017, and conflicting national 
standards shall be withdrawn at the latest by February 2017. 

Attention is drawn to the possibility that some of the elements of this document may be the 
subject of patent rights. CEN shall not be held responsible for identifying any or all such patent 
rights. 

This document supersedes EN 413-2:2005. 

This document has been prepared under a mandate given to CEN by the European Commission 
and the European Free Trade Association. 

EN 413, Masonry cement, consists of the following parts: 

— Part 1: Composition, specifications and conformity criteria; 

— Part 2: Test methods. 

The main differences between this document and EN 413-2:2005 are: 

— updating of normative references; 

— revised guidance on the properties of gauzes used in the water retention test; 

— revised repeatability and reproducibility limits for setting time(Method B), water retention 
and air content (these revisions are based on a round-robin test programme instituted 
following the introduction of a new class of Masonry cement MC 22,5 into EN 413-1). 

According to the CEN-CENELEC Internal Regulations, the national standards organisations of 
the following countries are bound to implement this European Standard: Austria, Belgium, 
Bulgaria, Croatia, Cyprus, Czech Republic, Denmark, Estonia, Finland, Former Yugoslav Republic 
of Macedonia, France, Germany, Greece, Hungary, Iceland, Ireland, Italy, Latvia, Lithuania, 
Luxembourg, Malta, Netherlands, Norway, Poland, Portugal, Romania, Slovakia, Slovenia, Spain, 
Sweden, Switzerland, Turkey and the United Kingdom. 
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Introduction 

This European Standard includes additional test methods to those described in the EN 196 
series, Methods of testing cement, that enable the performance of masonry cement to be 
assessed when used in mortar for bedding masonry units and for rendering and plastering. 
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