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National foreword
This British Standard is the UK implementation of EN 4268:2012.

The UK participation in its preparation was entrusted to Technical
Committee ACE/61, Metallic materials for aerospace purposes.

A list of organizations represented on this committee can be
obtained on request to its secretary.

This publication does not purport to include all the necessary
provisions of a contract. Users are responsible for its correct
application.

© The British Standards Institution 2012.
Published by BSI Standards Limited 2012.

ISBN 978 0 580 75192 9
ICS 25.200; 49.025.05; 49.025.15

Compliance with a British Standard cannot confer immunity
from legal obligations.

This British Standard was published under the authority of the
Standards Policy and Strategy Committee on 31 October 2012.

Amendments issued since publication
Date Text affected
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traitement thermique - Exigences générales Warmebehandlungsanlagen - Allgemeine Anforderungen

This European Standard was approved by CEN on 15 July 2011.

CEN members are bound to comply with the CEN/CENELEC Internal Regulations which stipulate the conditions for giving this European
Standard the status of a national standard without any alteration. Up-to-date lists and bibliographical references concerning such national
standards may be obtained on application to the CEN-CENELEC Management Centre or to any CEN member.

This European Standard exists in three official versions (English, French, German). A version in any other language made by translation
under the responsibility of a CEN member into its own language and notified to the CEN-CENELEC Management Centre has the same
status as the official versions.

CEN members are the national standards bodies of Austria, Belgium, Bulgaria, Croatia, Cyprus, Czech Republic, Denmark, Estonia,
Finland, Former Yugoslav Republic of Macedonia, France, Germany, Greece, Hungary, Iceland, Ireland, Italy, Latvia, Lithuania,
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Foreword

This document (EN 4268:2012) has been prepared by the Aerospace and Defence Industries Association of
Europe - Standardization (ASD-STAN).

After enquiries and votes carried out in accordance with the rules of this Association, this Standard has
received the approval of the National Associations and the Official Services of the member countries of ASD,
prior to its presentation to CEN.

This European Standard shall be given the status of a national standard, either by publication of an identical
text or by endorsement, at the latest by April 2013, and conflicting national standards shall be withdrawn at the
latest by April 2013.

Attention is drawn to the possibility that some of the elements of this document may be the subject of patent
rights. CEN [and/or CENELEC] shall not be held responsible for identifying any or all such patent rights.

According to the CEN/CENELEC Internal Regulations, the national standards organisations of the following
countries are bound to implement this European Standard: Austria, Belgium, Bulgaria, Croatia, Cyprus, Czech
Republic, Denmark, Estonia, Finland, Former Yugoslav Republic of Macedonia, France, Germany, Greece,
Hungary, Iceland, Ireland, Italy, Latvia, Lithuania, Luxembourg, Malta, Netherlands, Norway, Poland, Portugal,
Romania, Slovakia, Slovenia, Spain, Sweden, Switzerland, Turkey and the United Kingdom.
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1 Scope

This European Standard covers the general requirements for heat treatment facilities processing semi-finished
products and parts in metallic aerospace materials.

It defines the terms used herein and describes the test procedures and requirements for mandatory tests of
heat treatment facilities. It also serves as an aid in the surveillance and approval of heat treatment facilities.

This standard applies to all types of heat treatment facilities, including those using direct or indirect heat
transfer and liquid or gaseous heating media, with our without circulation, and to vacuum furnaces.

2 Normative references

The following documents, in whole or in part, are normatively referenced in this document and are
indispensable for its application. For dated references, only the edition cited applies. For undated references,
the latest edition of the referenced document (including any amendments) applies.

EC 60584-2, Thermocouples — Part 2: Tolerances 1)

3 General

The heat treatment of metallic materials produces specific material properties only if performed within
relatively narrow temperature ranges, the respective tolerances of which are specified in the applicable
standards. A heat treatment facility can therefore be used for a heat-treating operation only provided its
temperature variations over space and time remain within the specified temperature tolerance.

Proper temperature distribution in the heat treatment facility depends on e.g. the type of furnace or bath, the
heating medium, the control instruments with their feedback and run-up circuitry, and the rigging and
positioning of control sensors.

A suitable recording instrument is needed to properly monitor and document the heat treatment.

4 Terms and definitions
For the purposes of this document, the following terms and definitions apply.

4.1

temperature uniformity

measure of the temperature variation at various points in the effective working volume after thermal
equilibrium has been reached

4.2

effective working volume

for the purposes of the present standard, the effective working volume is the working zone of the heat
treatment facility in which temperatures run within the specified maximum temperature variation and which is
available for the intended heat treatment

1) Published by International Commission Electrotechnique Internationale http://www.iec.ch/ (CENELEC
N 60584-2)
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