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National foreword

This British Standard is the UK implementation of EN 4384:2007.
The UK participation in its preparation was entrusted to Technical
Committee ACE/61/-/48, Heat resisting alloys.
A list of organizations represented on this committee can be obtained on
request to its secretary.
This publication does not purport to include all the necessary provisions
of a contract. Users are responsible for its correct application.
Compliance with a British Standard cannot confer immunity
from legal obligations.
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Aerospace series - Heat resisting alloy NI-CH1303
(NiCo20Cr20Mo5Ti2Al) - Non heat treated - Remelting stock

Série aérospatiale - Alliage résistant à chaud NI-CH1303
(NiCo20Cr20Mo5Ti2Al) - Non traité - Produit pour refusion

Luft- und Raumfahrt - Hochwarmfeste Legierung NI-
CH1303 (NiCo20Cr20Mo5Ti2Al) - Nicht wärmebehandelt -

Gußvormaterial
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