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Foreword 

This European Standard (EN 445:2007) has been prepared by Technical Committee CEN/TC 104 “Concrete 
and related products”, the secretariat of which is held by DIN. 

This European Standard shall be given the status of a national standard, either by publication of an identical 
text or by endorsement, at the latest by April 2008, and conflicting national standards shall be withdrawn at the 
latest by April 2008. 

This document supersedes EN 445:1996. 

According to the CEN/CENELEC Internal Regulations, the national standards organizations of the following 
countries are bound to implement this European Standard: Austria, Belgium, Bulgaria, Cyprus, Czech 
Republic, Denmark, Estonia, Finland, France, Germany, Greece, Hungary, Iceland, Ireland, Italy, Latvia, 
Lithuania, Luxembourg, Malta, Netherlands, Norway, Poland, Portugal, Romania, Slovakia, Slovenia, Spain, 
Sweden, Switzerland and United Kingdom. 
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Introduction 

In post-tensioned prestressed concrete construction, the grouting of tendons is an important operation. The 
intention of this European Standard is to provide a specification for grouting, compliance with which will satisfy 
the requirements in prEN 13670. 

The testing regimes anticipated by this European Standard include three levels: 

(1) Initial type and audit testing in accordance with EN 447; 

(2) Suitability testing for confirmation of the selected grout for a specific project in accordance with EN 446; 

(3) Inspection during the production of grout on a specific project in accordance with EN 446. 

The test methods for each of the regimes are given in this standard. Some tests given herein are alternatives 
and it will be necessary to relate the chosen test method to the specified requirements. The tests are 
reference tests for checking suitability of grout for use with any type of tensile steel element. 

 

 

 

System of CEN and EOTA documents as basis for design, execution and materials selection for protective 
measures of prestressing systems (only main modules). 

EN 1992 
Eurocode 2:Design of concrete structures 

prEN 13670 
Execution of concrete structures 

ETAG 013 
Post-tensioning kits for prestressing  

of structures

EN 446 
Grout for prestressing tendons 

Grouting procedures 

EN 447 
Grout for prestressing tendons 

Basic requirements 

EN 445 
Grout for prestressing tendons 

Test methods 

CEN Workshop Agreement 
CWA 14646 

Requirements for the installation of post-tensioning kits 
for prestressing of structures and qualification of 

specialist company and its personnel. 
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