
BSI Standards Publication

Aerospace series — 
Metallic materials — Rules 
for drafting and presentation 
of material standards

Part 004: Specific rules for titanium 
and titanium alloys

BS EN 4500-004:2012

Full document details: BS EN 4500-004:2012

http://www.avadocuments.com/doc/bs-en-4500-004-2012
http://www.avadocuments.com/doc/bs-en-4500-004-2012


National foreword

This British Standard is the UK implementation of EN 4500-004:2012.

The UK participation in its preparation was entrusted to Technical Committee
ACE/61, Metallic materials for aerospace purposes.

A list of organizations represented on this committee can be obtained on
request to its secretary.

This publication does not purport to include all the necessary provisions of a
contract. Users are responsible for its correct application.

© The British Standards Institution 2012

Published by BSI Standards Limited 2012

ISBN 978 0 580 78586 3

ICS 49.025.05; 49.025.15

Compliance with a British Standard cannot confer immunity from
legal obligations.

This British Standard was published under the authority of the Standards
Policy and Strategy Committee on 31 October 2012.

Amendments issued since publication

Amd. No.                  Date                     Text affected

BRITISH STANDARDBS EN 4500-004:2012

Full document details: BS EN 4500-004:2012

http://www.avadocuments.com/doc/bs-en-4500-004-2012
http://www.avadocuments.com/doc/bs-en-4500-004-2012


 

 

 
EUROPEAN STANDARD 

NORME EUROPÉENNE 

EUROPÄISCHE NORM 

 
 EN 4500-004 
  

 
 October 2012 

ICS 49.025.30 

English Version 

 Aerospace series - Metallic materials - Rules for drafting and 
presentation of material standards - Part 004: Specific rules for 

titanium and titanium alloys 

 

Série aérospatiale - Matériaux métalliques - Règles pour la 
rédaction et la présentation des normes de matériaux - 

Partie 004: Règles spécifiques au titane et aux alliages de 
titane 

 Luft- und Raumfahrt - Metallische Werkstoffe - Regeln für 
das Erstellen und die Gestaltung von Werkstoffnormen - 

Teil 004: Besondere Regein für Titan und Titanlegierungen

This European Standard was approved by CEN on 23 June 2012.  
 
CEN members are bound to comply with the CEN/CENELEC Internal Regulations which stipulate the conditions for giving this European 
Standard the status of a national standard without any alteration. Up-to-date lists and bibliographical references concerning such national 
standards may be obtained on application to the CEN-CENELEC Management Centre or to any CEN member. 
 
This European Standard exists in three official versions (English, French, German). A version in any other language made by translation 
under the responsibility of a CEN member into its own language and notified to the CEN-CENELEC Management Centre has the same 
status as the official versions. 
 
CEN members are the national standards bodies of Austria, Belgium, Bulgaria, Croatia, Cyprus, Czech Republic, Denmark, Estonia, 
Finland, Former Yugoslav Republic of Macedonia, France, Germany, Greece, Hungary, Iceland, Ireland, Italy, Latvia, Lithuania, 
Luxembourg, Malta, Netherlands, Norway, Poland, Portugal, Romania, Slovakia, Slovenia, Spain, Sweden, Switzerland, Turkey and United 
Kingdom. 
 
 
 

 
EUROPEAN COMMITTEE FOR STANDARDIZATION  
C O M I T É  E U R O P É E N  D E  N O R M A LI S A T I O N 
EUR OP ÄIS C HES  KOM ITEE FÜR  NOR M UNG 
 

 

Management Centre:  Avenue Marnix 17,  B-1000 Brussels 

© 2012 CEN All rights of exploitation in any form and by any means reserved 
worldwide for CEN national Members. 

Ref. No. EN 4500-004:2012: E

BS EN 4500-004:2012

Full document details: BS EN 4500-004:2012

http://www.avadocuments.com/doc/bs-en-4500-004-2012
http://www.avadocuments.com/doc/bs-en-4500-004-2012


EN 4500-004:2012 (E) 

2 

Contents Page 

Foreword ..............................................................................................................................................................3

Introduction .........................................................................................................................................................4

1 Scope ......................................................................................................................................................4

2 Normative references ............................................................................................................................4

3 Terms and definitions ...........................................................................................................................4

4 Rules for drafting and presentation .....................................................................................................4

Bibliography ..................................................................................................................................................... 19

 

BS EN 4500-004:2012

Full document details: BS EN 4500-004:2012

http://www.avadocuments.com/doc/bs-en-4500-004-2012
http://www.avadocuments.com/doc/bs-en-4500-004-2012


EN 4500-004:2012 (E) 

3 

Foreword 

This document (EN 4500-004:2012) has been prepared by the Aerospace and Defence Industries Association 
of Europe - Standardization (ASD-STAN). 

After enquiries and votes carried out in accordance with the rules of this Association, this Standard has 
received the approval of the National Associations and the Official Services of the member countries of ASD, 
prior to its presentation to CEN. 

This European Standard shall be given the status of a national standard, either by publication of an identical 
text or by endorsement, at the latest by April 2013, and conflicting national standards shall be withdrawn at the 
latest by April 2013. 

Attention is drawn to the possibility that some of the elements of this document may be the subject of patent 
rights. CEN [and/or CENELEC] shall not be held responsible for identifying any or all such patent rights. 

According to the CEN/CENELEC Internal Regulations, the national standards organisations of the following 
countries are bound to implement this European Standard: Austria, Belgium, Bulgaria, Croatia, Cyprus, Czech 
Republic, Denmark, Estonia, Finland, Former Yugoslav Republic of Macedonia, France, Germany, Greece, 
Hungary, Iceland, Ireland, Italy, Latvia, Lithuania, Luxembourg, Malta, Netherlands, Norway, Poland, Portugal, 
Romania, Slovakia, Slovenia, Spain, Sweden, Switzerland, Turkey and the United Kingdom. 
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Introduction 

This standard is part of the series of EN metallic material standards for aerospace applications. The general 
organisation of this series is described in EN 4258. 

1 Scope 

This European Standard specifies the specific rules for the drafting and presentation of titanium and titanium 
alloy material standards for aerospace applications. 

It should be used in conjunction with EN 4500-001. 

2 Normative references 

The following documents, in whole or in part, are normatively referenced in this document and are 
indispensable for its application. For dated references, only the edition cited applies. For undated references, 
the latest edition of the referenced document (including any amendments) applies. 

EN 2032-1, Aerospace series — Metallic materials — Part 1: Conventional designation 

EN 4258, Aerospace series — Metallic materials — General organization of standardization — Links between 
types of EN standards and their use 

EN 4500-001, Aerospace series — Metallic materials — Rules for drafting and presentation of material 
standards — Part 001: General rules 

EN 4800-001, Aerospace series — Titanium and titanium alloys — Technical specification — Part 001: Plate, 
sheet and strip  

3 Terms and definitions 

For the purposes of this document, the terms and definitions given in EN 4500-001 apply. 

4 Rules for drafting and presentation 

4.1 Page 1 – Title 

4.1.1 General 

Use material designation according EN 2032-1. 

See EN 4500-001 and Example 1 of this standard. 

The following are examples of descriptions which shall be used. 
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4.1.2 Method of melting 

For forging stock and forgings, only the required grade shall be indicated in accordance with EN 4800-001. 

For other forms, use one or more of the following terms: 

 non consumable electrode vacuum melted; 

 consumable electrode vacuum arc melted; 

 consumable electrode vacuum arc remelted; 

 multiple melted; 

 plasma cold hearth melted (P.C.H.M.); 

 electron-beam melted. 

4.1.3 Form entries 

a) sheet, strip, plate; 

The terms may be qualified with one of the following terms: 

 cold rolled; 

 hot rolled. 

b) bar; 

The term may be qualified with one or more of the following terms: 

 rolled; 

 extruded; 

 forged. 

c) section; 

The term may be qualified with the following term: 

 extruded. 

d) tube; 

The term may be qualified with one or more of the following terms: 

 rolled; 

 drawn; 

 extruded; 

 seamless; 

 welded. 
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e) wire; 

The term may be qualified with one or more of the following terms: 

 extruded; 

 rolled; 

 drawn. 

f) forging stock; 

g) forgings; 

h) remelting stock; 

i) castings; 

The term may be qualified with one or more of the following terms: 

 investment; 

 rammed graphite mould; 

 hot isostatically pressed (hipped). 

j) ring; 

The term may be qualified with one or more of the following terms: 

 rolled; 

 forged; 

 welded. 

4.1.4 Additional information entries 

 for structural applications; 

 for pressure applications; 

 for superplastic forming; 

 for machining; 

 for forged fasteners; 

 for machined fasteners; 

 for welding. 
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