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Foreword 

This document (EN 4800-007:2010) has been prepared by the Aerospace and Defence Industries Association 
of Europe - Standardization (ASD-STAN). 

After enquiries and votes carried out in accordance with the rules of this Association, this Standard has 
received the approval of the National Associations and the Official Services of the member countries of ASD, 
prior to its presentation to CEN. 

This European Standard shall be given the status of a national standard, either by publication of an identical 
text or by endorsement, at the latest by May 2011, and conflicting national standards shall be withdrawn at the 
latest by May 2011. 

Attention is drawn to the possibility that some of the elements of this document may be the subject of patent 
rights. CEN [and/or CENELEC] shall not be held responsible for identifying any or all such patent rights. 

According to the CEN/CENELEC Internal Regulations, the national standards organizations of the following 
countries are bound to implement this European Standard: Austria, Belgium, Bulgaria, Croatia, Cyprus, Czech 
Republic, Denmark, Estonia, Finland, France, Germany, Greece, Hungary, Iceland, Ireland, Italy, Latvia, 
Lithuania, Luxembourg, Malta, Netherlands, Norway, Poland, Portugal, Romania, Slovakia, Slovenia, Spain, 
Sweden, Switzerland and the United Kingdom. 
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Introduction 

This standard is part of the series of EN metallic material standards for aerospace applications. The general 
organization of this series is described in EN 4258. 
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1 Scope 

This standard defines the requirements for the ordering, manufacture, testing, inspection and delivery of 
titanium and titanium alloy remelting stock. It shall be applied when referred to and in conjunction with the EN 
material standard unless otherwise specified on the drawing, order or inspection schedule. 

2 Normative references 

The following referenced documents are indispensable for the application of this document. For dated 
references, only the edition cited applies. For undated references, the latest edition of the referenced 
document (including any amendments) applies. 

EN 2002-001, Aerospace series — Metallic materials — Test methods — Part 001: Tensile testing at ambient 
temperature  

EN 2002-002, Aerospace series — Metallic materials — Test methods — Part 002: Tensile testing at elevated 
temperature 

EN 2002-005, Aerospace series — Test methods for metallic materials — Part 005: Uninterrupted creep and 
stress-rupture testing 

EN 2032-1, Aerospace series — Metallic materials — Part 1: Conventional designation 

EN 2032-2, Aerospace series — Metallic materials — Part 2: Coding of metallurgical condition in delivery 
condition 

EN 2078, Aerospace series — Metallic materials — Manufacturing schedule, inspection schedule, inspection 
and test report — Definition, general principles, preparation and approval 

EN 2955, Aerospace series — Recycling of titanium and titanium alloy scrap 

EN 3238, Aerospace series — Metallic materials — Test method — Shear test for wires and rivets 

EN 3976, Aerospace series — Titanium and titanium alloys — Test method — Chemical analysis for the 
determination of hydrogen content 

EN 4258, Aerospace series — Metallic materials — General organization of standardization — Links between 
types of EN standards and their use 

EN 4259, Aerospace series — Metallic materials — Definition of general terms 1)  

EN 9100, Quality Management Systems — Requirements for Aviation, Space and Defense Organizations 

EN 9133, Aerospace series — Quality management systems — Qualification procedure for aerospace 
standard parts 

EN ISO 6892-1, Metallic materials — Tensile testing — Part 1: Method of test at room temperature  
(ISO 6892-1:2009) 

prEN ISO 6892-2, Metallic materials — Tensile testing — Part 2: Method of test at elevated temperature 
(ISO/DIS 6892-2:2009) 

                                                      

1) Published as ASD-STAN Prestandard at the date of publication of this standard. 

Full document details: BS EN 4800-007:2010

http://www.avadocuments.com/doc/bs-en-4800-007-2010
http://www.avadocuments.com/doc/bs-en-4800-007-2010


BS EN 4800-007:2010
EN 4800-007:2010 (E) 

6 

TR 2410, Aerospace series — Metallic materials — Relationship between dimensional standards and material 
standards 2) 

AMS 2750, Pyrometry 3)  

3 Terms and definitions 

For the purposes of this document, the terms and definitions given in EN 4259 and the following apply. 

3.1  
melt 
mass of homogeneous liquid metal from a single charge 

3.2  
remelt 
solid metal resulting from a single melt 

3.3  
parent cast 
cast of remelting stock to be used for the production of castings 

3.4  
remelting stock 
metal supplied in cast or wrought form, the composition of which has been established by chemical analysis 

4 Wording of order 

The order shall clearly indicate: 

 quantities to be supplied; 

 dates of delivery; 

 material standard number; 

 delivery condition and metallurgical code of products; 

 dimensions and tolerances or reference to an appropriate dimensional standard; 

 product designation, when required; 

 forwarding address; 

 nature and type of packing, if required; 

 definition and frequency of any special tests and their retest procedures, if required. 

                                                      

2) Published as ASD-STAN Technical Report at the date of publication of this standard. 

3) Published by: American Society for Testing and Materials (ASTM), 100 Barr Harbor Drive, PO Box C700, West 
Conshohocken, PA, 19428-2959 USA. 
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