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Amendments Nos 1, 2,
3 and 4

The European Standard EN 492 : 1994 with the incorporation of amendment
A1 : 1999 has the status of a British Standard
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+ A1
May 1999

ICS 91.100.40

Descriptors: Roofs, pitched roofs, roofing, slates, asbestos cement, composition, property, appearance, dimensions, characteristics, tests,
acceptance testing, packing, marking, labelling

English version

Fibre-cement slates and their fittings for roofing Ð Product
specification and test methods

(includes amendment A1 : 1999)

Ardoises en fibres-ciment et leurs accessoires en
fibres-ciment pour toiture Ð SpeÂcification du
produit et meÂthodes d'essai
(inclut l'amendement A1 : 1999)

Faserzement-Dachplatten und dazugehoÈ rige
Formteile fuÈ r DaÈcher Ð Produktspezifikation und
PruÈ fverfahren
(enthaÈlt AÈ nderung A1 : 1999)

This European Standard was approved by CEN on 1994-02-11; amendment A1 was
approved by CEN on 1999-01-08. CEN members are bound to comply with the
CEN/CENELEC Internal Regulations which stipulate the conditions for giving this
European Standard the status of a national standard without any alteration.

Up-to-date lists and bibliographical references concerning such national standards
may be obtained on application to the Central Secretariat or to any CEN member.

This European Standard exists in three official versions (English, French,
German). A version in any other language made by translation under the
responsibility of a CEN member into its own language and notified to the Central
Secretariat has the same status as the official versions.

CEN members are the national standards bodies of Austria, Belgium, Denmark,
Finland, France, Germany, Greece, Iceland, Ireland, Italy, Luxembourg,
Netherlands, Norway, Portugal, Spain, Sweden, Switzerland and United Kingdom.
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