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aluminium alloys —
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Part 3. Tolerances on dimensions

The European Standard EN 546-3 : 1996 has the status of a
British Standard

ICS 77.120.10; 77.140.50
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Committees responsible for this
British Standard

The preparation of this British Standard was entrusted by Technical Committee
NFE/35, Light metals and their alloys, to Subcommittee NFE/35/5, Wrought
aluminium and aluminium alloys, upon which the following bodies were
represented:

Aluminium Federation

Association of British Welded Aluminium Tube Makers
Association of Light Alloy Refiners Limited

Institution of Structural Engineers

Metal Packaging Manufacturers’ Association

Ministry of Defence

This British Standard, having
been prepared under the
direction of the Engineering
Sector Board, was published
under the authority of the
Standards Board and comes into
effect on

15 February 1997
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Amendments issued since publication

Amd. No. Date Text affected

The following BSI references
relate to the work on this
standard:

Committee reference NFE/35/5
Draft for comment 92/43620 DC
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