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Committees responsible for this
British Standard

The preparation of this British Standard was entrusted to Technical
Committee WEE/46, Non-destructive testing, upon which the following bodies
were represented:

Aluminium Federation

Associated Offices Technical Committee

Association of Consulting Engineers

BNF (Fulmer Materials Centre)

British Airways

British Chemical Engineering Contractors’ Association
British Coal Corporation

British Gas plc

British Institute of Non-destructive Testing

British Non-ferrous Metals Federation

British Nuclear Fuels plc

British Railways Board

British Steel Industry

Department of Trade and Industry (NAMAS Executive)
Electricity Association

Engineering Equipment and Materials Users’ Association
Health and Safety Executive

Institute of Physics

Institute of Quality Assurance

Light Metal Founders’ Association

Lloyd’s Register of Shipping

Ministry of Defence

National Radiological Protection Board

Power Generation Contractors’ Association [PGCA (BEAMA Ltd.)]
Railway Industry Association of Great Britain

Royal Society of Chemistry

Society of British Aerospace Companies Limited
Society of Motor Manufacturers and Traders Limited
Steel Casting Research and Trade Association

Welding Institute

The following bodies were also represented in the drafting of the standard,
through subcommittees and panels:

British Photographic Association
National Nuclear Corporation Ltd.

This British Standard, having
been prepared under the
direction of the Engineering
Sector Board (E/-), was
published under the authority
of the Standards Board and
comes into effect on Amendments issued since publication
15 May 1995
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National foreword

This British Standard has been prepared by Technical Committee WEE/46 and is
the English language version of EN 584-1:1994 Non-destructive testing —
Industrial radiographic film — Part 1: Classification of film systems for
industrial radiography, published by the European Committee for
Standardization (CEN).

Cross-references

Publication referred to Corresponding British Standard

EN 444:1994 BS EN 444:1994 Non-destructive testing — General
principles for radiographic examination of materials by
X- and gamma rays

A British Standard does not purport to include all the necessary provisions of a
contract. Users of British Standards are responsible for their correct application.

Compliance with a British Standard does not of itself confer immunity
from legal obligations.

Summary of pages

This document comprises a front cover, an inside front cover, pages 1 and 11,
the EN title page, pages 2 to 6, an inside back cover and a back cover.

This standard has been updated (see copyright date) and may have had
amendments incorporated. This will be indicated in the amendment table on

the inside front cover.
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