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National foreword

This British Standard is the official English language version of 
EN 60332-2-2:2004. It is identical with IEC 60332-2-2:2004. 
BS EN 60332-2-2:2004 is technically equivalent to BS EN 50265-2-2:1999, 
which is withdrawn.

The UK participation in its preparation was entrusted by Technical Committee 
GEL/20, Electric cables, to Subcommittee GEL/20/18, Fire testing, which has 
the responsibility to: 

A list of organizations represented on this subcommittee can be obtained on 
request to its secretary.

Cross-references
The British Standards which implement international or European 
publications referred to in this document may be found in the BSI Catalogue 
under the section entitled “International Standards Correspondence Index”, or 
by using the “Search” facility of the BSI Electronic Catalogue or of British 
Standards Online.

This publication does not purport to include all the necessary provisions of a 
contract. Users are responsible for its correct application.

Compliance with a British Standard does not of itself confer immunity 
from legal obligations.

— aid enquirers to understand the text;

— present to the responsible international/European committee any 
enquiries on the interpretation, or proposals for change, and keep the 
UK interests informed;

— monitor related international and European developments and 
promulgate them in the UK.

Summary of pages

This document comprises a front cover, an inside front cover, the EN title page, 
pages 2 to 14, an inside back cover and a back cover.

The BSI copyright notice displayed in this document indicates when the 
document was last issued.

Amendments issued since publication

Amd. No. Date Comments
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This European Standard was approved by CENELEC on 2004-09-01. CENELEC members are bound to 
comply with the CEN/CENELEC Internal Regulations which stipulate the conditions for giving this European 
Standard the status of a national standard without any alteration. 
 
Up-to-date lists and bibliographical references concerning such national standards may be obtained on 
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Foreword 

The text of document 20/700/FDIS, future edition 1 of IEC 60332-2-2, prepared by IEC TC 20, Electric 
cables, was submitted to the IEC-CENELEC parallel vote and was approved by CENELEC as 
EN 60332-2-2 on 2004-09-01. 

This European Standard supersedes EN 50265-2-2:1998. 

The following dates were fixed: 

– latest date by which the EN has to be implemented 
 at national level by publication of an identical 
 national standard or by endorsement 

 
 
(dop) 

 
 
2005-06-01 

– latest date by which the national standards conflicting 
 with the EN have to be withdrawn  

 
(dow) 

 
2007-09-01 

Annex ZA has been added by CENELEC 

__________ 

Endorsement notice 

The text of the International Standard IEC 60332-2-2:2004 was approved by CENELEC as a 
European Standard without any modification. 

In the official version, for Bibliography, the following note has to be added for the standard indicated: 

IEC 60332-1-2 NOTE Harmonized as EN 60332-1-2:2004 (not modified). 

__________ 
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TESTS ON ELECTRIC AND OPTICAL FIBRE CABLES  
UNDER FIRE CONDITIONS – 

 
Part 2-2: Test for vertical flame propagation  
for a single small insulated wire or cable –  

Procedure for diffusion flame 
 
 
 

1 Scope 

This part of IEC 60332 specifies the procedure for testing the resistance to vertical flame 
propagation for a single small vertical electrical insulated conductor or cable, or optical cable, 
under fire conditions. The apparatus is given in IEC 60332-2-1. 

This standard gives the procedure for testing small optical fibre cables or a small insulated 
conductor or cable when the method specified in IEC 60332-1-2 is not suitable because some 
small optical fibre cables may break or small conductors may melt during the application of 
the flame. The recommended range of application is for the testing of small single insulated 
conductors or cables of less than 0,5 mm² cross-section. 

NOTE Since the use of insulated conductor or cable which retards flame propagation and complies with the 
recommended requirements of this standard is not sufficient by itself to prevent propagation of fire under all 
conditions of installation, it is recommended that wherever the risk of propagation is high, for example, in long 
vertical runs of bunches of cables, special installation precautions should also be taken. It cannot be assumed that 
because the sample of cable complies with the performance requirements recommended in this standard, that a 
bunch of cables will behave in a similar manner. (See IEC 60332-3 series.) 

Recommended requirements for performance are given in Annex A. 

2 Normative references 

The following referenced documents are indispensable for the application of this document. 
For dated references, only the edition cited applies. For undated references, the latest edition 
of the referenced document (including any amendments) applies. 

IEC 60332-2-1, Tests on electric and optical cables under fire conditions – Part 2-1: Test for 
vertical flame propagation for a single small insulated wire or cable – Apparatus 

IEC 60695-4, Fire hazard testing – Part 4: Terminology concerning fire tests 

IEC Guide 104, The preparation of safety publications and the use of basic safety publications 
and group safety publications 
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