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Committees responsible for this 
British Standard

The preparation of this British Standard was entrusted to Technical 
Committee GEL/15, Insulating materials, upon which the following bodies 
were represented:

British Ceramic Research Ltd.
British Industrial Ceramic Manufacturers’ Association
British Telecommunications plc
Department of Trade and Industry (National Physical Laboratory)
Electrical and Electronic Insulation Association (BEAMA Ltd.)
Electricity Association
Federation of the Electronics Industry
Ministry of Defence
Rotating Electrical Machines Association (BEAMA Ltd.)
Transmission and Distribution Association (BEAMA Ltd.)

The following bodies were also represented in the drafting of the standard, 
through subcommittees and panels:

ERA Technology Ltd.
Mica Trade Club
endments issued since publication

d. No. Date Comments

843 31 January 2007 See national foreword
3-4:1996

http://www.avadocuments.com/doc/bs-en-60371-3-4-1996
http://www.avadocuments.com/doc/bs-en-60371-3-4-1996


BS EN 60371-3-4:1996 

© BSI 2007

Full document details: BS EN 60371-3-4:1996
Contents

Page
Committees responsible Inside front cover
National foreword ii
Foreword 2
Introduction 3
1 Scope 3
2 Normative references 3
3 Designation 3
4 Requirements: raw materials 3
5 Requirements: compositions and tolerances 4
6 Requirement for material (as received) 4
7 Requirements for material after curing 5
8 Packing 5
Annex ZA (normative) Normative references to international 
publications with their corresponding European publications 6
Table 1 — Composition 4
Table 2 — Tolerance on width 4
Table 3 — Dissipation factor requirements 5
List of references Inside back cover
i

http://www.avadocuments.com/doc/bs-en-60371-3-4-1996
http://www.avadocuments.com/doc/bs-en-60371-3-4-1996


BS EN 60371-3-4:1996 

ii

Full document details: BS EN 603
National foreword

This British Standard was published by BSI. It is the UK implementation of 
EN 60371-3.4, incorporating amendment A1:2006. It is identical with  
IEC 371-3-4:1992, incorporating amendment 1:2006.
The start and finish of text introduced or altered by amendment is indicated in 
the text by tags !". Tags indicating changes to IEC text carry the number of 
the IEC amendment. For example, text altered by IEC amendment 1 is indicated 
in the text by !".
The UK participation in its preparation was entrusted to Technical Committee 
GEL/15, Insulating materials.
A list of organisations represented on GEL/15 can be obtained on request to its 
secretary.
This publication does not purport to include all the necessary provisions of a 
contract. Users are responsible for its correct application.

Compliance with a British Standard cannot confer immunity from legal 
obligations.
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