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Foreword 

The text of document 68/495/FDIS, future edition 3 of IEC 60404-8-1, prepared by IEC/TC 68 
"Magnetic alloys and steels" was submitted to the IEC-CENELEC parallel vote and approved by 
CENELEC as EN 60404-8-1:2015. 

The following dates are fixed: 

• latest date by which the document has to be implemented at 
national level by publication of an identical national 
standard or by endorsement 

(dop) 2016-02-01 

• latest date by which the national standards conflicting with 
the document have to be withdrawn 

(dow) 2018-05-01 

 

Attention is drawn to the possibility that some of the elements of this document may be the subject of 
patent rights. CENELEC [and/or CEN] shall not be held responsible for identifying any or all such 
patent rights. 

Endorsement notice 

The text of the International Standard IEC 60404-8-1:2015 was approved by CENELEC as a 
European Standard without any modification. 
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Annex ZA 
(normative) 

 
Normative references to international publications 

with their corresponding European publications 

The following documents, in whole or in part, are normatively referenced in this document and are 
indispensable for its application. For dated references, only the edition cited applies. For undated 
references, the latest edition of the referenced document (including any amendments) applies. 

NOTE 1 When an International Publication has been modified by common modifications, indicated by (mod), 
the relevant EN/HD applies. 

NOTE 2 Up-to-date information on the latest versions of the European Standards listed in this annex is 
available here: www.cenelec.eu. 

 

Publication Year Title EN/HD Year 

IEC 60050 series  International electrotechnical vocabulary  - - 

IEC 60404-5 -   Magnetic materials - 
Part 5: Permanent magnet (magnetically 
hard) materials - Methods of measurement 
of magnetic properties 

- -   
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INTERNATIONAL ELECTROTECHNICAL COMMISSION 

____________ 

 
MAGNETIC MATERIALS –  

 
Part 8-1: Specifications for individual materials –  

Magnetically hard materials 
 

FOREWORD 

1) The International Electrotechnical Commission (IEC) is a worldwide organization for standardization comprising 
all national electrotechnical committees (IEC National Committees). The object of IEC is to promote 
international co-operation on all questions concerning standardization in the electrical and electronic fields. To 
this end and in addition to other activities, IEC publishes International Standards, Technical Specifications, 
Technical Reports, Publicly Available Specifications (PAS) and Guides (hereafter referred to as “IEC 
Publication(s)”). Their preparation is entrusted to technical committees; any IEC National Committee interested 
in the subject dealt with may participate in this preparatory work. International, governmental and non-
governmental organizations liaising with the IEC also participate in this preparation. IEC collaborates closely 
with the International Organization for Standardization (ISO) in accordance with conditions determined by 
agreement between the two organizations. 

2) The formal decisions or agreements of IEC on technical matters express, as nearly as possible, an international 
consensus of opinion on the relevant subjects since each technical committee has representation from all 
interested IEC National Committees.  

3) IEC Publications have the form of recommendations for international use and are accepted by IEC National 
Committees in that sense. While all reasonable efforts are made to ensure that the technical content of IEC 
Publications is accurate, IEC cannot be held responsible for the way in which they are used or for any 
misinterpretation by any end user. 

4) In order to promote international uniformity, IEC National Committees undertake to apply IEC Publications 
transparently to the maximum extent possible in their national and regional publications. Any divergence 
between any IEC Publication and the corresponding national or regional publication shall be clearly indicated in 
the latter. 

5) IEC itself does not provide any attestation of conformity. Independent certification bodies provide conformity 
assessment services and, in some areas, access to IEC marks of conformity. IEC is not responsible for any 
services carried out by independent certification bodies. 

6) All users should ensure that they have the latest edition of this publication. 

7) No liability shall attach to IEC or its directors, employees, servants or agents including individual experts and 
members of its technical committees and IEC National Committees for any personal injury, property damage or 
other damage of any nature whatsoever, whether direct or indirect, or for costs (including legal fees) and 
expenses arising out of the publication, use of, or reliance upon, this IEC Publication or any other IEC 
Publications.  

8) Attention is drawn to the Normative references cited in this publication. Use of the referenced publications is 
indispensable for the correct application of this publication. 

9) Attention is drawn to the possibility that some of the elements of this IEC Publication may be the subject of 
patent rights. IEC shall not be held responsible for identifying any or all such patent rights. 

International Standard IEC 60404-8-1 has been prepared by IEC technical committee 68: 
Magnetic alloys and steels. 

This third edition cancels and replaces the second edition published in 2001 and 
Amendment 1:2004. This edition constitutes a technical revision. 

This edition includes the following significant technical changes with respect to the previous 
edition: 

a) recently developed anisotropic Sm-Fe-N bonded magnets are included; 

b) high energy ferrites with La and Co as substituents are included.  
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The text of this standard is based on the following documents: 

FDIS Report on voting 

68/495/FDIS 68/503/RVD 

 
Full information on the voting for the approval of this standard can be found in the report on 
voting indicated in the above table. 

This publication has been drafted in accordance with the ISO/IEC Directives, Part 2. 

A list of all parts in the IEC 60404 series, published under the general title Magnetic materials, 
can be found on the IEC website. 

The committee has decided that the contents of this publication will remain unchanged until 
the stability date indicated on the IEC web site under "http://webstore.iec.ch" in the data 
related to the specific publication. At this date, the publication will be  

• reconfirmed, 

• withdrawn, 

• replaced by a revised edition, or 

• amended. 
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INTRODUCTION 

This third edition of IEC 60404-8-1 includes the recently developed anisotropic Sm-Fe-N 
bonded magnets and high energy ferrites with La and Co as substituents which have become 
established in permanent magnet applications. It also includes corrections to the second 
edition in order to improve consistency with IEC 60404-5. The squareness of the 
demagnetization curve is introduced through the quantity HD . 
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MAGNETIC MATERIALS –  
 

Part 8-1: Specifications for individual materials –  
Magnetically hard materials 

 
 
 

1 Scope 

This part of IEC 60404 specifies minimum values for the principal magnetic properties of, 
and dimensional tolerances for, technically important magnetically hard materials (permanent 
magnets). 

For information purposes only, this part of IEC 60404 provides values for the densities of 
the materials and the ranges of their chemical compositions. 

NOTE Some additional physical data and mechanical reference values concerning the magnetic materials are 
given in Table A.1 for information and comparison purposes. 

2 Normative references 

The following documents, in whole or in part, are normatively referenced in this document and 
are indispensable for its application. For dated references, only the edition cited applies. For 
undated references, the latest edition of the referenced document (including any 
amendments) applies. 

IEC 60050 (all parts), International Electrotechnical Vocabulary (available at: 
www.electropedia.org)  

IEC 60404-5, Magnetic materials – Part 5: Permanent magnet (magnetically hard) materials – 
Methods of measurement of magnetic properties 

3 Terms and definitions 

For the purposes of this document, the terms and definitions given in IEC 60050-121 [1], 
IEC 60050-151 [2] and IEC 60050-221 [3] apply.1 

4 Types of materials and their applications 

Permanent magnetic materials, also designated as magnetically hard materials, are 
classified in IEC 60404-1 [4] as Class R (magnetically hard alloys), Class S (magnetically 
hard ceramics) and Class U (bonded magnets). 

Permanent magnets have a coercivity relating to the magnetic polarization greater than 
1 kA/m. After being magnetized to saturation they produce a material-dependent specific 
magnetic energy, which can be used in static or dynamic magnetic circuit applications. 

Permanent magnetic materials are used in nearly every area of daily life. They perform 
coupling, modulating, or regulating functions in equipment and devices based on 
electromagnetic principles, for example in measuring instruments, motors, generators and 

_______________ 

1  Numbers in square brackets refer to the Bibliography. 
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loudspeakers. Permanent magnet materials are indispensable in office equipment and 
computer hardware, automobiles including propulsion motors for Hybrid Electric Vehicles 
(HEV) and Electric Vehicles (EV), entertainment electronics, telecommunications, household 
appliances and medical instruments, as well as in mechanical engineering as holding 
devices, clamping plates, etc. 

Further possible and typical applications for the commercially available permanent magnetic 
materials are described in more detail in 3.2 (Class R), 3.3 (Class S) and in 3.5 
(Class U) of IEC 60404-1:2000. 

5 Classification 

5.1 General 

Compared to IEC 60404-8-1:2001 and IEC 60404-8-1:2001/AMD1:2004, this revised edition 
uses the same classification of permanent magnetic materials for technical applications. The 
bonded REFeN magnets are newly added as U5 for the first part of the code number. This 
classification is given in Table 1. The materials are grouped according to their metallurgical 
relationships. 

Table 1 – Classification of magnetically hard materials 

Group Principal constituents First part of code 
number 

IEC 60404-8-1:2015 
 

Previous code 
number 

IEC 60404-8-
1:2001/AMD1:2004 

 

Magnetically hard 
alloys 

(R)  

Aluminium-nickel-cobalt-iron-titanium 
alloys 

Chromium-iron-cobalt alloys 

Iron-cobalt-vanadium-chromium alloys 

Rare earth-cobalt alloys 

Rare earth-iron-boron alloy 

R1 
 

R6 

R3 

R5 

R7 

R1 
 

R6 

R3 

R5 

R7 

Magnetically hard 
ceramics 

(S) 

Magnetically hard ferrites 

(MO･nFe2O3; M = Ba, Sr, and/or Pb, and 
n = 4,5 to 6,5) 

S1 S1 

Bonded hard 
magnetic 
materials 

(U) 

Bonded aluminium-nickel-cobalt-iron-
titanium magnets 

Bonded rare earth-cobalt magnets 

Bonded rare earth-iron-boron magnets 

Bonded hard ferrite magnets 

Bonded rare earth-iron-nitrogen magnets 

U1 
 

U2 

U3 

U4 

U5 

U1 
 

U2 

U3 

U4 

— 

 
The permanent magnetic materials are identified by the principal magnetic properties given 
in 5.2. 

5.2 Principal magnetic properties 

Symbols and units of magnetic properties of magnetically hard materials are given in Table 2. 
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Table 2 – Magnetic properties — Symbols and units 

Magnetic properties Symbol Unit 

Maximum value of (BH) product (BH)max kJ/m3 

Remanent flux density Br mT 

Coercivity relating to the magnetic flux density HcB kA/m 

Coercivity relating to the magnetic polarization HcJ kA/m 
 

Minimum values at room temperature of magnetic properties, determined after magnetization 
to saturation, are given in Tables 10 to 19. 

The specified values of magnetic properties are valid only for magnets having a cross 
section invariable along the axis of magnetization, with a volume of 0,125 cm3 to 200 cm3 
and with dimensions in the three directions of the coordinate axes of at least 5 mm. 

For anisotropic materials, they are valid only along the one preferred direction. 

For more details on size limits for measurements, see IEC 60404-5. 

For reasons connected with the manufacturing methods, lower values of the magnetic 
properties may be obtained if the dimensional conditions mentioned above are not satisfied. 

For the method of measurement of the coercivity of magnetic materials in an open magnetic 
circuit, see IEC 60404-7 [5]. 

5.3 Additional magnetic properties 

Symbols and units of additional magnetic properties of magnetically hard materials are given 
in Table 3. 

Table 3 – Additional magnetic properties — Symbols and un i t s  

Magnetic properties Symbol Unit 

Recoil permeability µrec — 

Temperature coefficient of the r e m a n e n t  f l u x  
d e n s i t y  [it corresponds to the temperature coefficient 
of the magnetic  saturation α(Js)] 

α(Br) %/°C 

Temperature coefficient of the coercivity r e l a t i n g  t o  
t h e  magnetic polarization α(HcJ) %/°C 

Curie temperature Tc °C 

 
The values given in Tables 10 to 19 are specified minimum values a n d  s o m e  typical 
values. The typical values are mean values published in the literature and are given as an 
indication only and are not guaranteed. The temperature range for the temperature 
coefficients in the tables is generally from 20 °C to 100 °C, but this does not preclude the 
use of these materials outside this temperature range. 

The magnetic field strength necessary for magnetizing magnetically hard materials to 
magnetic saturation is defined in IEC 60404-5, IEC 60404-7 [5] and IEC TR 62517 [6]. 
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