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National foreword
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European foreword 

The text of document 51/1109/FDIS, future edition 2 of IEC 60424-4, prepared by 
IEC/TC 51 "Magnetic components and ferrite materials" was submitted to the IEC-CENELEC parallel 
vote and approved by CENELEC as EN 60424-4:2016. 

The following dates are fixed: 

• latest date by which the document has to be
implemented at national level by
publication of an identical national
standard or by endorsement

(dop) 2016-10-08 

• latest date by which the national
standards conflicting with the
document have to be withdrawn

(dow) 2019-01-08 

This document supersedes EN 60424-4:2001. 

Attention is drawn to the possibility that some of the elements of this document may be the subject of 
patent rights. CENELEC [and/or CEN] shall not be held responsible for identifying any or all such 
patent rights. 

Endorsement notice 

The text of the International Standard IEC 60424-4:2015 was approved by CENELEC as a European 
Standard without any modification. 

In the official version, for Bibliography, the following notes have to be added for the standards indicated: 

IEC 60424-1 NOTE Harmonized as EN 60424-1. 

BS EN 60424-4:2016

Full document details: BS EN 60424-4:2016

http://dx.doi.org/10.3403/02298288
http://dx.doi.org/10.3403/01874713U
http://dx.doi.org/10.3403/01874713U
http://www.avadocuments.com/doc/bs-en-60424-4-2016
http://www.avadocuments.com/doc/bs-en-60424-4-2016


 – 2 – IEC 60424-4:2015 © IEC 2015 

CONTENTS 

FOREWORD ........................................................................................................................... 3 
1 Scope .............................................................................................................................. 5 
2 Normative references ...................................................................................................... 5 
3 Limits of surface irregularities .......................................................................................... 5 

3.1 Uncoated ring-cores ................................................................................................ 5 
3.1.1 General ........................................................................................................... 5 
3.1.2 Chips and ragged edges .................................................................................. 5 
3.1.3 Cracks and pull-out .......................................................................................... 6 
3.1.4 Crystallites ...................................................................................................... 6 
3.1.5 Pores ............................................................................................................... 7 

3.2 Coated ring-cores ................................................................................................... 7 
3.2.1 General ........................................................................................................... 7 
3.2.2 Coating features .............................................................................................. 7 
3.2.3 Coating performance ....................................................................................... 8 

3.3 Area and length reference for visual inspection ....................................................... 8 
Bibliography .......................................................................................................................... 10 
 
Figure 1 – Chips and ragged edges location on ring-cores ...................................................... 6 
Figure 2 – Cracks and pull-out location on ring-cores.............................................................. 6 
Figure 3 – Crystallites location for ring-cores .......................................................................... 7 
Figure 4 – Pores location for ring-cores .................................................................................. 7 
 
Table 1 – Area and length reference for visual inspection ....................................................... 9 

 

BS EN 60424-4:2016

Full document details: BS EN 60424-4:2016

http://www.avadocuments.com/doc/bs-en-60424-4-2016
http://www.avadocuments.com/doc/bs-en-60424-4-2016

