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National foreword

This British Standard is the UK implementation of EN 60454-3-11:2007. It is 
identical to IEC 60454-3-11:2007. It supersedes BS EN 60454-3-11:1998,  
BS EN 60454-3-15:2002, BS EN 60454-3-16:2003 and BS EN 60454-3-17:2002, 
which are withdrawn. 
The UK participation in its preparation was entrusted by Technical Committee 
GEL/15, Solid electrical insulating materials, to Subcommittee GEL/15/3, 
Material specifications.
A list of organizations represented on this committee can be obtained on 
request to its secretary.
This publication does not purport to include all the necessary provisions of a 
contract. Users are responsible for its correct application.
Compliance with a British Standard cannot confer immunity from 
legal obligations.
Amendments issued since publication

Amd. No. Date Comments
-3-11:2007

http://dx.doi.org/10.3403/01431671
http://dx.doi.org/10.3403/02490314
http://dx.doi.org/10.3403/02872490
http://dx.doi.org/10.3403/02490298
http://www.avadocuments.com/doc/bs-en-60454-3-11-2007
http://www.avadocuments.com/doc/bs-en-60454-3-11-2007


  
EUROPEAN STANDARD EN 60454-3-11 

NORME EUROPÉENNE 
 

EUROPÄISCHE NORM July 2007 
 

CENELEC 
European Committee for Electrotechnical Standardization 

Comité Européen de Normalisation Electrotechnique 
Europäisches Komitee für Elektrotechnische Normung 

 
Central Secretariat: rue de Stassart 35, B - 1050 Brussels 

 
 
© 2007 CENELEC -  All rights of exploitation in any form and by any means reserved worldwide for CENELEC members. 

 Ref. No. EN 60454-3-11:2007 E 
 

ICS 29.035.20 Supersedes EN 60454-3-11:1998, EN 60454-3-15:2001, EN 60454-3-16:2003 and EN 60454-3-17:2001
 
 

English version 
 
 

Pressure-sensitive adhesive tapes for electrical purposes -  
Part 3: Specifications for individual materials -  

Sheet 11: Polyester film combinations with glass filament,  
creped cellulosic paper, polyester non-woven,  

epoxy and pressure-sensitive adhesives 
(IEC 60454-3-11:2007) 

 
Rubans adhésifs sensibles  
à la pression à usages électriques -  
Partie 3: Spécifications  
pour matériaux particuliers -  
Feuille 11: Combinaisons de films 
polyesters avec des filaments de verre,  
du papier cellulosique crêpé, du polyester 
non tissé, de l'époxy et des adhésifs 
sensibles à la pression 
(CEI 60454-3-11:2007) 

 Selbstklebende Bänder  
für elektrotechnische Anwendungen -  
Teil 3: Bestimmungen  
für einzelne Materialien -  
Blatt 11: Kombinationen  
von Polyester-Folie mit Glasfilament,  
gekrepptem Zellulosepapier, 
Polyestervliesstoff, Epoxid  
und warmhärtendem Klebstoff 
(IEC 60454-3-11:2007) 
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Foreword 

The text of document 15/374/FDIS, future edition 2 of IEC 60454-3-11, prepared by IEC TC 15, Solid 
electrical insulating materials, was submitted to the IEC-CENELEC parallel vote and was approved by 
CENELEC as EN 60454-3-11 on 2007-06-01. 

This European Standard supersedes EN 60454-3-11:1998, EN 60454-3-15:2001, EN 60454-3-16:2003 
and EN 60454-3-17:2001. 

The main changes with regard to EN 60454-3-11:1998 is the consolidation of Parts 3-11, 3-15, 3-16 and 
3-17. 

The following dates were fixed: 

– latest date by which the EN has to be implemented 
 at national level by publication of an identical 
 national standard or by endorsement 

 
 
(dop) 

 
 
2008-03-01 

– latest date by which the national standards conflicting 
 with the EN have to be withdrawn  

 
(dow) 

 
2010-06-01 

Annex ZA has been added by CENELEC. 

__________ 

Endorsement notice 

The text of the International Standard IEC 60454-3-11:2007 was approved by CENELEC as a European 
Standard without any modification. 

__________ 
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INTRODUCTION 

This International Standard is one of a series which deals with pressure-sensitive adhesive 
tapes, intended primarily for electrical purposes.  

The series consists of three parts: 

– Part 1: General requirements (IEC 60454-1); 
– Part 2: Methods of test (IEC 60454-2); 
– Part 3: Specifications for individual materials (IEC 60454-3). 

This standard contains one of the sheets comprising Part 3 as follows:  

Sheet 11: Polyester film combinations with glass filament, creped cellulosic paper, polyester 
non-woven, epoxy and pressure-sensitive adhesive. 

 

SAFETY WARNING 

It is the responsibility of the user of the methods contained or referred to in this standard to 
ensure that they are used in a safe manner. 
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