BRITISH STANDARD BS EN
60454-3-13:
1996
IEC 454-3-13:
1995

Pressure-sensitive

adhesive tapes for

electrical purposes —

Part 3: Specifications for individual

materials —

Sheet 13: Requirements for combined

cellulose-viscose woven fabric tapes,

one side covered with a thermoplastic

material, the other side with rubber

thermosetting adhesive

The European Standard EN 60454-3-13:1995 has the status of a

British Standard
%“.
LAY S =
e, e,

NO COPYING WITHOUT BSI PERMISSION EXCEPT AS PERMITTED BY COPYRIGHT LAW m
AW J

Document Sharing Hub

Full document details: BS EN 60454-3-13:1996


http://www.avadocuments.com/doc/bs-en-60454-3-13-1996
http://www.avadocuments.com/doc/bs-en-60454-3-13-1996

BS EN 60454-3-13:1996

Committees responsible for this
British Standard

The preparation of this British Standard was entrusted to Technical
Committee GEL/15, Insulating materials, upon which the following bodies
were represented:

British Ceramic Research Ltd.

British Industrial Ceramic Manufacturers’ Association

British Telecommunications plc

Department of Trade and Industry (National Physical Laboratory)
Electrical and Electronic Insulation Association (BEAMA Ltd.)
Electricity Association

Federation of the Electronics Industry

Ministry of Defence

Rotating Electrical Machines Association (BEAMA Ltd.)
Transmission and Distribution Association (BEAMA Ltd.)
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National foreword

This British Standard has been prepared by Technical Committee GEL/15 and is
the English language version of EN 60454-3-13:1995 Pressure-sensitive adhesive
tapes for electrical purposes — Part 3: Specifications for individual materials —
Sheet 13: Requirements for combined cellulose-viscose woven fabric tapes, one side
covered with a thermoplastic material, the other side with rubber thermosetting
adhesive, published by the European Committee for Electrotechnical
Standardization (CENELEC). It is identical with IEC 454-3-13:1995, published
by the International Electrotechnical Commission (IEC).

NOTE It is envisaged that BS 3924:1978, Specification for pressure-sensitive tapes for electrical
insulating purposes, will be withdrawn after all Sheets (currently 13 in total) of BS EN 60454-3 have
been published.

Cross-references

Publication referred to  Corresponding British Standard

IEC 426:1973 BS 5735:1979 Test methods for determining electrolytic
corrosion with electrical insulating materials

EN 60454-1:1994 BS EN 60454 Specifications for pressure-sensitive

(IEC 454-1:1992) adhesive tapes for electrical purposes
Part 1:1995 General requirements

EN 60454-2:1995 Part 2:1995 Methods of test

(IEC 454-2:1994)

A British Standard does not purport to include all the necessary provisions of a
contract. Users of British Standards are responsible for their correct application.

Compliance with a British Standard does not of itself confer immunity
from legal obligations.

Summary of pages

This document comprises a front cover, an inside front cover, pages i and 11,
the EN title page, pages 2 to 6, an inside back cover and a back cover.

This standard has been updated (see copyright date) and may have had
amendments incorporated. This will be indicated in the amendment table on the

inside front cover. Documents
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