
BRITISH STANDARD BS EN
60654-4:1998
IEC 654-4:
1987
Incorporating 
Amendment No. 1 to 
BS 5967-4:1988 
(renumbers the BS as 
BS EN 60654-4:1998)Operating conditions 

for industrial-process 
measurement and 
control equipment —

Part 4: Corrosive and erosive influences

The European Standard EN 60654-4:1997 has the status of a
British Standard

ICS 25.040.40

Full document details: BS EN 60654-4:1998

http://www.avadocuments.com/doc/bs-en-60654-4-1998
http://www.avadocuments.com/doc/bs-en-60654-4-1998


BS EN 60654-4:1998

This British Standard, having 
been prepared under the 
direction of the Industrial-process 
Measurement and Control 
Standards Committee, 
was published under the 
authority of the Board of BSI 
and comes into effect on 
29 April 1988

© BSI 04-1999

The following BSI references 
relate to the work on this 
standard:
Committee reference PCL/1
Draft for comment 85/22036 DC

ISBN 0 580 16465 9

Committees responsible for this 
British Standard

The preparation of this British Standard was entrusted by the
Industrial-process Measurement and Control Standards Committee (PCL/-) 
to Technical Committee PCL/1, upon which the following bodies were 
represented:

British Coal
British Gas plc
British Pressure Gauge Manufacturers’ Association
Department of Energy (Gas and Oil Measurement Branch)
Department of Trade and Industry (National Weights and 

Measures Laboratory)
Energy Industries Council
Engineering Equipment and Materials Users’ Association
GAMBICA (BEAMA Ltd)
Health and Safety Executive
Institution of Gas Engineers
Coopted members

Amendments issued since publication

Amd. No. Date of issue Comments

9957 April 1998 Implementation of European Standard

Full document details: BS EN 60654-4:1998

http://www.avadocuments.com/doc/bs-en-60654-4-1998
http://www.avadocuments.com/doc/bs-en-60654-4-1998


BS EN 60654-4:1998

© BSI 04-1999 i

Contents

Page
Committees responsible Inside front cover
National foreword ii
Foreword 2
1 Scope 3
2 Object 3
3 General 3
4 Non-solid substances 4
5 Gases and vapours 4
6 Aerosols 6
7 Liquids 6
8 Solid substances 6
9 Flora and fauna 8
Appendix A Industrial contaminants 9
Appendix B Methods of classification of reactive environments 9
Table I — Classification of chemically active
contaminants (in cm3/m3)(PPM in old units) 5
Table II — Untitled 6
Table B.I — Classification of reactive environments of copper film formation 9

Full document details: BS EN 60654-4:1998

http://www.avadocuments.com/doc/bs-en-60654-4-1998
http://www.avadocuments.com/doc/bs-en-60654-4-1998


BS EN 60654-4:1998

ii © BSI 04-1999

National foreword

This British Standard has been prepared by Subcommittee GEL/65/1 
(formerly PCL/1), and is the English language version of EN 60654-4:1997. It is 
identical with IEC 654-4:1987 published by the International Electrotechnical 
Commission (IEC).
A British Standard does not purport to include all the necessary provisions of a 
contract. Users of British Standards are responsible for their correct application.

Compliance with a British Standard does not of itself confer immunity 
from legal obligations.

Summary of pages
This document comprises a front cover, an inside front cover, pages i and ii, 
the EN title page, pages 2 to 11 and a back cover.
This standard has been updated (see copyright date) and may have had 
amendments incorporated. This will be indicated in the amendment table on the 
inside front cover.
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Descriptors: Industrial process, measurement, control, operating conditions, corrosive and erosive influences

English version

Operating conditions for industrial-process 
measurement and control equipment 

Part 4: Corrosive and erosive influences
(IEC 60654-4:1987)

Conditions de fonctionnement pour les 
matériels de mesure et commande dans les 
processus industriels 
Partie 4: Influences de la corrosion et de 
l’érosion
(CEI 60654-4:1987)

Einsatzbedingungen für Meß-, Steuer- und 
Regeleinrichtungen in der industriellen 
Prozeßtechnick 
Teil 4: Korrosive und erosive Einflüsse
(IEC 60654-4:1987)

This European Standard was approved by CENELEC on 1997-07-01.
CENELEC members are bound to comply with the CEN/CENELEC Internal
Regulations which stipulate the conditions for giving this European Standard
the status of a national standard without any alteration.
Up-to-date lists and bibliographical references concerning such national
standards may be obtained on application to the Central Secretariat or to any
CENELEC member.
This European Standard exists in three official versions (English, French,
German). A version in any other language made by translation under the
responsibility of a CENELEC member into its own language and notified to the
Central Secretariat has the same status as the official versions.
CENELEC members are the national electrotechnical committees of Austria,
Belgium, Denmark, Finland, France, Germany, Greece, Iceland, Ireland, Italy,
Luxembourg, Netherlands, Norway, Portugal, Spain, Sweden, Switzerland and
United Kingdom.

CENELEC

European Committee for Electrotechnical Standardization
Comité Européen de Normalisation Electrotechnique

Europäisches Komitee für Elektrotechnische Normung

Central Secretariat: rue de Stassart 35, B-1050 Brussels

© 1997 CENELEC — All rights of exploitation in any form and by any means reserved worldwide for
CENELEC members.
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