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Annex ZA 
(normative) 

 Normative references to international publications 
with their corresponding European publications 

 The following documents, in whole or in part, are normatively referenced in this document and are 
indispensable for its application. For dated references, only the edition cited applies. For undated 
references, the latest edition of the referenced document (including any amendments) applies. 

 NOTE 1 When an International Publication has been modified by common modifications, indicated by (mod), the relevant 
EN/HD applies. 

 

NOTE 2 Up-to-date information on the latest versions of the European Standards listed in this annex is available here: 
www.cenelec.eu. 

 Publication Year Title EN/HD Year 
IEC 60793-1-20 -   Optical fibres - Part 1-20: Measurement 

methods and test procedures - Fibre 
geometry 

EN 60793-1-20 -   

IEC 60793-1-21 -   Optical fibres -- Part 1-21: Measurement 
methods and test procedures - Coating 
geometry 

EN 60793-1-21 -   

IEC 60793-1-22 -   Optical fibres -- Part 1-22: Measurement 
methods and test procedures - Length 
measurement 

EN 60793-1-22 -   

IEC 60793-1-30 -   Optical fibres -- Part 1-30: Measurement 
methods and test procedures - Fibre proof 
test 

EN 60793-1-30 -   

IEC 60793-1-31 -   Optical fibres -- Part 1-31: Measurement 
methods and test procedures - Tensile 
strength 

EN 60793-1-31 -   

IEC 60793-1-32 -   Optical fibres -- Part 1-32: Measurement 
methods and test procedures - Coating 
strippability 

EN 60793-1-32 -   

IEC 60793-1-33 -   Optical fibres -- Part 1-33: Measurement 
methods and test procedures - Stress 
corrosion susceptibility 

EN 60793-1-33 -   

IEC 60793-1-34 -   Optical fibres -- Part 1-34: Measurement 
methods and test procedures - Fibre curl 

EN 60793-1-34 -   

IEC 60793-1-40 -   Optical fibres -- Part 1-40: Measurement 
methods and test procedures - Attenuation 

EN 60793-1-40 -   

IEC 60793-1-41 -   Optical fibres -- Part 1-41: Measurement 
methods and test procedures - Bandwidth 

EN 60793-1-41 -   

IEC 60793-1-42 -   Optical fibres -- Part 1-42: Measurement 
methods and test procedures - Chromatic 
dispersion 

EN 60793-1-42 -   

IEC 60793-1-43 -   Optical fibres - Part 1-43: Measurement 
methods and test procedures - Numerical 
aperture measurement 

EN 60793-1-43 -   

IEC 60793-1-44 -   Optical fibres -- Part 1-44: Measurement 
methods and test procedures - Cut-off 
wavelength 

EN 60793-1-44 -   

IEC 60793-1-45 -   Optical fibres - Part 1-45: Measurement 
methods and test procedures - Mode field 
diameter 

EN 60793-1-45 -   
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IEC 60793-1-46 -   Optical fibres -- Part 1-46: Measurement 
methods and test procedures - Monitoring 
of changes in optical transmittance 

EN 60793-1-46 -   

IEC 60793-1-47 -   Optical fibres -- Part 1-47: Measurement 
methods and test procedures - 
Macrobending loss 

EN 60793-1-47 -   

IEC 60793-1-48 -   Optical fibres -- Part 1-48: Measurement 
methods and test procedures - Polarization 
mode dispersion 

EN 60793-1-48 -   

IEC 60793-1-49 -   Optical fibres -- Part 1-49: Measurement 
methods and test procedures - Differential 
mode delay 

EN 60793-1-49 -   

IEC 60793-1-50 -   Optical fibres - Part 1-50: Measurement 
methods and test procedures - Damp heat 
(steady state) tests 

EN 60793-1-50 -   

IEC 60793-1-51 -   Optical fibres - Part 1-51: Measurement 
methods and test procedures - Dry heat 
(steady state) tests 

EN 60793-1-51 -   

IEC 60793-1-52 -   Optical fibres - Part 1-52: Measurement 
methods and test procedures - Change of 
temperature tests 

EN 60793-1-52 -   

IEC 60793-1-53 -   Optical fibres - Part 1-53: Measurement 
methods and test procedures - Water 
immersion tests 

EN 60793-1-53 -   

IEC 60793-1-54 -   Optical fibres -- Part 1-54: Measurement 
methods and test procedures - Gamma 
irradiation 

EN 60793-1-54 -   

IEC 60793-2 -   Optical fibres - Part 2: Product 
specifications - General 

EN 60793-2 -   

IEC/TR 61931 -   Fibre optic - Terminology - -   
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