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National foreword

This British Standard is the UK implementation of 
EN 60811‑503:2012+A1:2023. It is identical to IEC 60811‑503:2012, 
incorporating amendment 1:2023. It supersedes BS EN 60811‑503:2012, 
which will be withdrawn on 7 December 2026.

The start and finish of text introduced or altered by amendment is 
indicated in the text by tags. Tags indicating changes to IEC text carry 
the number of the IEC amendment. For example, text altered by IEC 
amendment 1 is indicated by .

The UK participation in its preparation was entrusted to Technical 
Committee GEL/20/17, Electric Cables - Low voltage.

A list of organizations represented on this committee can be obtained on 
request to its committee manager.

In the UK, the relationship between the supersessions of BS EN 60811 
series can be summarized as follows.

BS EN 60811‑100 together with Supersedes -

-201, -202, -203, -501 BS EN 60811‑1‑1:1995

-301, -302, -411, -601, -602, -603, -604 BS EN 60811‑5‑1:2000

-401, -412 BS EN 60811‑1‑2:1995

-402, -502, -503, -606 BS EN 60811‑1‑3:1995

-403, -404, -507 BS EN 60811‑2‑1:1998

-405, -409 BS EN 60811‑3‑2:1995

-406, -511, -605, -607 BS EN 60811‑4‑1:2004

-407, -408, -410, -510, -512, -513 BS EN 60811‑4‑2:2004

-504, -505, -506 BS EN 60811‑1‑4:1995

-508, -509 BS EN 60811‑3‑1:1995

Superseded standards are withdrawn

Contractual and legal considerations

This publication has been prepared in good faith, however no 
representation, warranty, assurance or undertaking (express or 
implied) is or will be made, and no responsibility or liability is or will be 
accepted by BSI in relation to the adequacy, accuracy, completeness or 
reasonableness of this publication. All and any such responsibility and 
liability is expressly disclaimed to the full extent permitted by the law.

This publication is provided as is, and is to be used at the 
recipient’s own risk.

The recipient is advised to consider seeking professional guidance with 
respect to its use of this publication.

This publication is not intended to constitute a contract. Users are 
responsible for its correct application.
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ICS 29.035.01; 29.060.20

Compliance with a British Standard cannot confer immunity from 
legal obligations.

This British Standard was published under the authority of the 
Standards Policy and Strategy Committee on 31 July 2012.

Amendments/corrigenda issued since publication

Date Text affected

31 January 2024 Implementation of IEC amendment 1:2023 with 
CENELEC endorsement A1:2023
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Comité Européen de Normalisation Electrotechnique 
Europäisches Komitee für Elektrotechnische Normung 

Management Centre: Avenue Marnix 17, B - 1000 Brussels 

© 2012 CENELEC -  All rights of exploitation in any form and by any means reserved worldwide for CENELEC members. 
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