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Committees responsible for this
British Standard

The preparation of this British Standard was entrusted to Technical Committee
PRI/77, Rigid laminated sheets, tubes and rods, for industrial purposes, upon which
the following bodies were represented:

Electrical and Electronic Insulation Association (BEAMA Ltd.)
Federation of the Electronics Industry

Ministry of Defence

Rotating Electrical Machines Association (BEAMA Ltd.)

This British Standard, having
been prepared under the
direction of the Sector Board for
Materials and Chemicals, was
published under the authority of
the Standards Board and comes
into effect on
15 September 1995
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National foreword

This British Standard has been prepared by Technical Committee PRI/77 and is the
English language version of EN 60893-3-3 : 1995 Specification for industrial rigid
laminated sheets based on thermosetting resins for electrical purposes Part 3:
Specifications for individual materials Sheet 3: Requirements for rigid laminated
sheets based on melamine resins, published by the European Committee for
Electrotechnical Standardization (CENELEC). It is identical with IEC 893-3-3 : 1993,
published by the International Electrotechnical Commission (IEC).

EN 60893-3-3 was produced as a result of international discussions in which the United
Kingdom took an active part.

Type MFGC201 supersedes type MF-4 in BS 3953.

Cross-references

Publication referred to Corresponding British Standard

EN 60249 series BS EN 60249 series Base materials for printed circuits

EN 60893-1 : 1994 BS EN 60893 Specification for industrial laminated sheets
based on thermosetting resins for electrical purposes
Part 1 : 1995 Definitions, designations and general

requirements
EN 60893-2 : 1994 Part 2 : 1995 Methods of test
Compliance with a British Standard does not of itself confer immunity from
legal obligations.
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