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National foreword

This British Standard is the UK implementation of 
EN 60893-3-5:2004+A1:2009. It is identical to IEC 60893-3-5:2003,
incorporating amendment 1:2009. It supersedes BS EN 
60893-3-5:2004, which will be withdrawn on 1 September 2012.
The start and finish of text introduced by amendment is indicated in 
the text by tags. Tags indicating changes to IEC text carry the number 
of the IEC amendment 1 is indicated in the text by !".
The UK participation in its preparation was entrusted by Technical 
Committee GEL/15, Insulating material, to Subcommittee GEL/15/6, 
Material specifications.
A list of organizations represented on this subcommittee can be 
obtained on request to its secretary.
This publication does not purport to include all the necessary 
provisions of a contract. Users are responsible for its correct 
application.
Compliance with a British Standard cannot confer immunity 
from legal obligations.
Amendments/corrigenda issued since publication
ty 
 Date Comments 

31 March 2011 Implementation of IEC amendment 1:2009 and its 
CENELEC endorsement A1:2009
-3-5:2004+A1:2009
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Foreword 

The text of document 15C/1525/FDIS, future edition 2 of IEC 60893-3-5, prepared by SC 15C, 
Specifications, of IEC TC 15, Insulating materials, was submitted to the IEC-CENELEC parallel vote 
and was approved by CENELEC as EN 60893-3-5 on 2003-12-01. 

This European Standard supersedes EN 60893-3-5:1995. 

In this revision of the EN 60893 series of specifications, new material types have been included, 
changes have been made to the property requirements of some existing types, a new method for 
testing permittivity and dissipation factor has been added, and all non-specification data for each type 
has been moved to a new Part 4 document – IEC/TR 60893-4: Typical values. 

The following dates were fixed: 

– latest date by which the EN has to be implemented 
 at national level by publication of an identical 
 national standard or by endorsement 

 
 
(dop) 2004-09-01 

– latest date by which the national standards conflicting 
 with the EN have to be withdrawn  

 
(dow) 2006-12-01 

Annex ZA has been added by CENELEC. 
__________ 

Endorsement notice 
The text of the International Standard IEC 60893-3-5:2003 was approved by CENELEC as a 
European Standard without any modification. 

In the official version, for Bibliography, the following note has to be added for the standard indicated: 

 IEC 60893-3-1 NOTE Harmonized as EN 60893-3-1:2004 (not modified). 
__________ 
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Foreword to Amendment 1 

The text of document 15/491/CDV, future amendment 1 to IEC 60893-3-5, prepared by IEC TC 15, Solid 
electrical insulating materials, was submitted to the IEC-CENELEC parallel vote and was approved by 
CENELEC as amendment A1 to EN 60893-3-5 on 2009-09-01. 

This amendment introduces revised limits for CHARPY and IZOD impact strengths for the requirements 
of all types of rigid laminated sheets based on polyester resins. These revised limits are based on the 
results of round-robin testing. 
The following dates were fixed: 

– latest date by which the amendment has to be  
 implemented at national level by publication of  
 an identical national standard or by endorsement 

 
 
(dop) 

 
 
2010-06-01 

– latest date by which the national standards conflicting 
 with the amendment have to be withdrawn  

 
(dow) 

 
2012-09-01 

__________ 

Endorsement notice 
The text of amendment 1:2009 to the International Standard IEC 60893-3-5 was approved by CENELEC 
as an amendment to the European Standard without any modification. 

__________ 
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