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Foreword 

The text of document 91/1126/FDIS, future edition 1 of IEC 61249-4-19, prepared by IEC TC 91 
"Electronics assembly technology" was submitted to the IEC-CENELEC parallel vote and approved by 
CENELEC as EN 61249-4-19:2013. 

 

The following dates are fixed: 

• latest date by which the document has 
to be implemented at national level by 
publication of an identical national 
standard or by endorsement 

(dop) 2014-09-09 

• latest date by which the national 
standards conflicting with the 
document have to be withdrawn 

(dow) 2016-12-09 

 

Attention is drawn to the possibility that some of the elements of this document may be the subject of 
patent rights. CENELEC [and/or CEN] shall not be held responsible for identifying any or all such patent 
rights. 

 

Endorsement notice 

The text of the International Standard IEC 61249-4-19:2013 was approved by CENELEC as a European 
Standard without any modification. 

In the official version, for Bibliography, the following notes have to be added for the standards indicated: 
IEC 60194:2006 NOTE   Harmonized as EN 60194:2006 (not modified). 

IEC 62326-4 NOTE   Harmonized as EN 62326-4. 
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Annex ZA  
(normative) 

 Normative references to international publications 
with their corresponding European publications 

  

The following documents, in whole or in part, are normatively referenced in this document and are 
indispensable for its application. For dated references, only the edition cited applies. For undated 
references, the latest edition of the referenced document (including any amendments) applies.  

  

NOTE   When an international publication has been modified by common modifications, indicated by (mod), the relevant EN/HD 
applies.  
  

Publication Year Title EN/HD Year 
  

IEC 61189-2 2006 Test methods for electrical materials, printed 
boards and other interconnection structures 
and assemblies -  
Part 2: Test methods for materials for 
interconnection structures 

EN 61189-2 2006 

 

  

IEC 61249-2-40 - Materials for printed boards and other 
interconnecting structures -  
Part 2-40: Reinforced base materials clad and 
unclad - High performance, non-halogenated 
epoxide woven E-glass laminate sheets of 
defined flammability (vertical burning test), 
copper-clad for lead-free assembly 

EN 61249-2-40 - 

 

  

IEC/PAS 61249-6-3 2011 Specification for finished fabric woven from 
"E" glass for printed boards 

- - 
 

  

ISO 9000 2005 Quality management systems - Fundamentals 
and vocabulary 

EN ISO 9000 2005 
 

  

ISO 11014 2009 Safety data sheet for chemical products - 
Content and order of sections 

- - 
 

  

ISO 14001 2004 Environmental management systems - 
Requirements with guidance for use 

EN ISO 14001 2004 
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