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Foreword 

The text of document 21/793/FDIS, future edition 1 of IEC 61427-1, prepared by IEC/TC 21 "Secondary 
cells and batteries" was submitted to the IEC-CENELEC parallel vote and approved by CENELEC as 
EN 61427-1:2013. 

The following dates are fixed: 

• latest date by which the document has 
to be implemented at national level by 
publication of an identical national 
standard or by endorsement 

(dop) 2014-02-28 

• latest date by which the national 
standards conflicting with the 
document have to be withdrawn 

(dow) 2016-05-28 
 

 

This document supersedes EN 61427:2005. 

EN 61427-1:2013 includes the following significant technical changes with respect to EN 61427:2005: 

a) a restructuration of the previous edition of the document; 

b) a clarification of the different clauses with regard to conditions of use, general requirements, functional 
characteristics, general tests conditions, test method and recommended use of tests, the aim being to 
ensure a better understanding by the end user; 

c) a clear distinction between on-grid and off-grid applications for future markets needs. 

Attention is drawn to the possibility that some of the elements of this document may be the subject of 
patent rights. CENELEC [and/or CEN] shall not be held responsible for identifying any or all such patent 
rights. 

Endorsement notice 

The text of the International Standard IEC 61427-1:2013 was approved by CENELEC as a European 
Standard without any modification. 

In the official version, for Bibliography, the following note has to be added for the standard indicated: 
IEC 60721-1 NOTE   Harmonised as EN 60721-1. 
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Annex ZA  
(normative) 

  
Normative references to international publications 

with their corresponding European publications 
  
The following documents, in whole or in part, are normatively referenced in this document and are 
indispensable for its application. For dated references, only the edition cited applies. For undated 
references, the latest edition of the referenced document (including any amendments) applies.  
  
NOTE   When an international publication has been modified by common modifications, indicated by (mod), the relevant EN/HD 
applies.  
  
Publication Year Title EN/HD Year 
  

IEC 60050 Series International Electrotechnical vocabulary (IEV) - - 
 

  

IEC 60622 - Secondary cells and batteries containing 
alkaline or other non-acid electrolytes -  
Sealed nickel-cadmium prismatic 
rechargeable single cells 

EN 60622 - 

 

  

IEC 60623 - Secondary cells and batteries containing 
alkaline or other non-acid electrolytes - 
Vented nickel-cadmium prismatic 
rechargeable single cells 

EN 60623 - 

 

  

IEC 60896-11 - Stationary lead-acid batteries -  
Part 11: Vented types - General requirements 
and methods of tests 

EN 60896-11 - 

 

  

IEC 60896-21 - Stationary lead-acid batteries -  
Part 21: Valve regulated types - Methods of 
test 

EN 60896-21 - 

 

  

IEC 61056-1 - General purpose lead-acid batteries (valve-
regulated types) -  
Part 1: General requirements, functional 
characteristics - Methods of test 

EN 61056-1 - 

 

  

IEC 61836 - Solar photovoltaic energy systems -  
Terms, definitions and symbols 

- - 
 

  

IEC 61951-1 - Secondary cells and batteries containing 
alkaline or other non-acid electrolytes - 
Portable sealed rechargeable single cells - 
Part 1: Nickel-cadmium 

EN 61951-1 - 

 

  

IEC 61951-2 - Secondary cells and batteries containing 
alkaline or other non-acid electrolytes - 
Portable sealed rechargeable single cells - 
Part 2: Nickel-metal hydride 

EN 61951-2 - 

 

  

IEC 61960 - Secondary cells and batteries containing 
alkaline or other non-acid electrolytes - 
Secondary lithium cells and batteries for 
portable applications 

EN 61960 - 

 

  

IEC 62259 - Secondary cells and batteries containing 
alkaline or other non-acid electrolytes -  
Nickel-cadmium prismatic secondary single 
cells with partial gas recombination 

EN 62259 - 

 

  

 
 

BS EN 61427-1:2013

Full document details: BS EN 61427-1:2013

http://dx.doi.org/10.3403/00647796U
http://dx.doi.org/10.3403/00720894U
http://dx.doi.org/10.3403/00647796U
http://dx.doi.org/10.3403/00720894U
http://dx.doi.org/10.3403/02770846U
http://dx.doi.org/10.3403/02770846U
http://dx.doi.org/10.3403/03234428U
http://dx.doi.org/10.3403/00306672U
http://dx.doi.org/10.3403/02353436U
http://dx.doi.org/10.3403/02353448U
http://dx.doi.org/10.3403/30075659U
http://dx.doi.org/10.3403/02989000U
http://dx.doi.org/10.3403/03234428U
http://dx.doi.org/10.3403/00306672U
http://dx.doi.org/10.3403/02353436U
http://dx.doi.org/10.3403/02353448U
http://dx.doi.org/10.3403/30075659U
http://dx.doi.org/10.3403/02989000U
http://www.avadocuments.com/doc/bs-en-61427-1-2013
http://www.avadocuments.com/doc/bs-en-61427-1-2013


 – 2 – 61427-1  IEC:2013 

 

CONTENTS 

 
1 Scope ............................................................................................................................... 6 
2 Normative references ....................................................................................................... 6 
3 Terms and definitions ....................................................................................................... 7 
4 Conditions of use.............................................................................................................. 7 

 General ................................................................................................................... 7 4.1
 Photovoltaic energy system ..................................................................................... 7 4.2
 Secondary cells and batteries .................................................................................. 7 4.3
 General operating conditions ................................................................................... 8 4.4

 General ....................................................................................................... 8 4.4.1
 Autonomy time............................................................................................. 8 4.4.2
 Typical charge and discharge currents ........................................................ 8 4.4.3
 Daily cycle ................................................................................................... 8 4.4.4
 Seasonal cycle ............................................................................................ 8 4.4.5
 Period of high state of charge ...................................................................... 9 4.4.6
 Period of sustained low state of charge ....................................................... 9 4.4.7
 Electrolyte stratification ............................................................................... 9 4.4.8
 Storage ....................................................................................................... 9 4.4.9

 Operating temperature ............................................................................... 10 4.4.10
 Charge control ........................................................................................... 11 4.4.11
 Physical protection .................................................................................... 11 4.4.12

5 General requirements ..................................................................................................... 11 
 Mechanical endurance ........................................................................................... 11 5.1
 Charge efficiency .................................................................................................. 12 5.2
 Deep discharge protection ..................................................................................... 12 5.3
 Marking ................................................................................................................. 12 5.4
 Safety.................................................................................................................... 12 5.5
 Documentation ...................................................................................................... 12 5.6

6 Functional characteristics ............................................................................................... 13 
7 General test conditions ................................................................................................... 13 

 Accuracy of measuring instruments ....................................................................... 13 7.1
 Preparation and maintenance of test batteries ....................................................... 13 7.2

8 Test method ................................................................................................................... 13 
 Capacity test ......................................................................................................... 13 8.1
 Generic cycling endurance test.............................................................................. 14 8.2
 Charge retention test ............................................................................................. 14 8.3
 Cycling endurance test in photovoltaic applications (extreme conditions) .............. 14 8.4

 General ..................................................................................................... 14 8.4.1
 Phase A: shallow cycling at low state of charge (see Table 5) ................... 15 8.4.2
 Phase B: shallow cycling at high state of charge (see Table 6) .................. 15 8.4.3
 Residual capacity determination ................................................................ 16 8.4.4
 Test termination......................................................................................... 16 8.4.5
 Water consumption of flooded battery types and cells with partial gas 8.4.6

recombination ............................................................................................ 16 
 Requirements ............................................................................................ 16 8.4.7

9 Recommended use of tests ............................................................................................ 17 

BS EN 61427-1:2013

Full document details: BS EN 61427-1:2013

http://www.avadocuments.com/doc/bs-en-61427-1-2013
http://www.avadocuments.com/doc/bs-en-61427-1-2013


 – 2 – 61427-1  IEC:2013 

 

CONTENTS 

 
1 Scope ............................................................................................................................... 6 
2 Normative references ....................................................................................................... 6 
3 Terms and definitions ....................................................................................................... 7 
4 Conditions of use.............................................................................................................. 7 

 General ................................................................................................................... 7 4.1
 Photovoltaic energy system ..................................................................................... 7 4.2
 Secondary cells and batteries .................................................................................. 7 4.3
 General operating conditions ................................................................................... 8 4.4

 General ....................................................................................................... 8 4.4.1
 Autonomy time............................................................................................. 8 4.4.2
 Typical charge and discharge currents ........................................................ 8 4.4.3
 Daily cycle ................................................................................................... 8 4.4.4
 Seasonal cycle ............................................................................................ 8 4.4.5
 Period of high state of charge ...................................................................... 9 4.4.6
 Period of sustained low state of charge ....................................................... 9 4.4.7
 Electrolyte stratification ............................................................................... 9 4.4.8
 Storage ....................................................................................................... 9 4.4.9

 Operating temperature ............................................................................... 10 4.4.10
 Charge control ........................................................................................... 11 4.4.11
 Physical protection .................................................................................... 11 4.4.12

5 General requirements ..................................................................................................... 11 
 Mechanical endurance ........................................................................................... 11 5.1
 Charge efficiency .................................................................................................. 12 5.2
 Deep discharge protection ..................................................................................... 12 5.3
 Marking ................................................................................................................. 12 5.4
 Safety.................................................................................................................... 12 5.5
 Documentation ...................................................................................................... 12 5.6

6 Functional characteristics ............................................................................................... 13 
7 General test conditions ................................................................................................... 13 

 Accuracy of measuring instruments ....................................................................... 13 7.1
 Preparation and maintenance of test batteries ....................................................... 13 7.2

8 Test method ................................................................................................................... 13 
 Capacity test ......................................................................................................... 13 8.1
 Generic cycling endurance test.............................................................................. 14 8.2
 Charge retention test ............................................................................................. 14 8.3
 Cycling endurance test in photovoltaic applications (extreme conditions) .............. 14 8.4

 General ..................................................................................................... 14 8.4.1
 Phase A: shallow cycling at low state of charge (see Table 5) ................... 15 8.4.2
 Phase B: shallow cycling at high state of charge (see Table 6) .................. 15 8.4.3
 Residual capacity determination ................................................................ 16 8.4.4
 Test termination......................................................................................... 16 8.4.5
 Water consumption of flooded battery types and cells with partial gas 8.4.6

recombination ............................................................................................ 16 
 Requirements ............................................................................................ 16 8.4.7

9 Recommended use of tests ............................................................................................ 17 

BS EN 61427-1:2013
61427-1  IEC:2013 – 3 – 

 

 Type test ............................................................................................................... 17 9.1
 Acceptance test ..................................................................................................... 17 9.2

 Factory test ............................................................................................... 17 9.2.1
 Commissioning test ................................................................................... 17 9.2.2

Bibliography .......................................................................................................................... 18 
 
Table 1 – Limit values for storage conditions of  batteries for photovoltaic applications ......... 10 
Table 2 – Limit values for operating conditions of batteries  for photovoltaic 
applications .......................................................................................................................... 10 
Table 3 – Battery Ah-efficiency at different states of charge at the reference 
temperature and a daily depth of discharge of less than 20 % of the rated capacity .............. 12 
Table 4 – Typical capacity ratings of batteries in photovoltaic applications ............................ 14 
Table 5 – Phase A – Shallow cycling at low state of charge .................................................. 15 
Table 6 – Phase B – Shallow cycling at high state of charge ................................................. 16 

 

  

BS EN 61427-1:2013

Full document details: BS EN 61427-1:2013

http://www.avadocuments.com/doc/bs-en-61427-1-2013
http://www.avadocuments.com/doc/bs-en-61427-1-2013

