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Foreword 

The text of document 112/92/CDV, future edition 3 of IEC 61857-1, prepared by IEC TC 112, Evaluation
and qualification of electrical insulating materials and systems, was submitted to the IEC-CENELEC
parallel vote and was approved by CENELEC as EN 61857-1 on 2008-12-01.

This European Standard supersedes EN 61857-1:2005 and constitutes editorial revisions to make
EN 61857-1:2009 compatible with Parts 21 and 22.

The following dates were fixed:

– latest date by which the EN has to be implemented 
at national level by publication of an identical
national standard or by endorsement (dop) 2009-09-01

– latest date by which the national standards conflicting
with the EN have to be withdrawn (dow) 2011-12-01

Annex ZA has been added by CENELEC.

__________

Endorsement notice

The text of the International Standard IEC 61857-1:2008 was approved by CENELEC as a European
Standard without any modification.

In the official version, for Bibliography, the following notes have to be added for the standards indicated:

IEC 60034-18-1 NOTE Harmonized as EN 60034-18-1:1994 (not modified).

IEC 60034-18-21 NOTE Harmonized as EN 60034-18-21:1994 (not modified).

IEC 60034-18-31 NOTE Harmonized as EN 60034-18-31:1994 (not modified).

IEC 62114 NOTE Harmonized as EN 62114:2001 (not modified).

__________
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Annex ZA
(normative)

Normative references to international publications
with their corresponding European publications 

The following referenced documents are indispensable for the application of this document. For dated 
references, only the edition cited applies. For undated references, the latest edition of the referenced
document (including any amendments) applies.

NOTE When an international publication has been modified by common modifications, indicated by (mod), the relevant EN/HD
applies.

Publication Year Title EN/HD Year
IEC 60085 2004 Electrical insulation - Thermal classification EN 60085 1) 2004
IEC 60216-4-1 - 2) Electrical insulating materials - Thermal 

endurance properties -
Part 4-1: Ageing ovens - Single-chamber
ovens

EN 60216-4-1 2006 3)

IEC 60216-5 - 2) Electrical insulating materials - Thermal 
endurance properties -
Part 5: Determination of relative thermal 
endurance index (RTE) of an insulating 
material

EN 60216-5 2008 3)

IEC 60493-1 - 2) Guide for the statistical analysis of ageing 
test data -
Part 1: Methods based on mean values of
normally distributed test results

- - 

IEC 60505 2004 Evaluation and qualification of electrical
insulation systems 

EN 60505 2004

1) EN 60085 is superseded by EN 60085:2008, which is based on IEC 60085:2007.
2) Undated reference.
3) Valid edition at date of issue.
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