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patent rights. 
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The text of the International Standard IEC 61857-31:2017 was approved by CENELEC as a European 
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Annex ZA 
(normative) 

Normative references to international publications 
with their corresponding European publications 

 The following documents, in whole or in part, are normatively referenced in this document and are 
indispensable for its application. For dated references, only the edition cited applies. For undated 
references, the latest edition of the referenced document (including any amendments) applies. 
 NOTE 1 When an International Publication has been modified by common modifications, indicated by (mod), the relevant 
EN/HD applies. 

NOTE 2 Up-to-date information on the latest versions of the European Standards listed in this annex is available here: 
www.cenelec.eu. 
 Publication Year Title EN/HD Year 
IEC 60505 -   Evaluation and qualification of electrical 

insulation systems 
EN 60505 -  

IEC 61857-1 -  Electrical insulation systems - Procedures 
for thermal evaluation -- Part 1: General 
requirements - Low-voltage 

EN 61857-1 -  

IEC 61857-21 -  Electrical insulation systems - Procedures 
for thermal evaluation -- Part 21: Specific 
requirements for general-purpose models - 
Wire-wound applications 

EN 61857-21 -  

IEC 61857-22 -  Electrical insulation systems - Procedures 
for thermal evaluation -- Part 22: Specific 
requirements for encapsulated-coil model - 
Wire-wound electrical insulation system 
(EIS) 

EN 61857-22 -  

IEC/TR 61857-2 -  Electrical insulation systems - Procedures 
for thermal evaluation - Part 2: Selection of 
the appropriate test method for evaluation 
and classification of electrical insulation 
systems 

- -  
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