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National foreword

This British Standard is the UK implementation of EN 62358:2012. It
is identical to IEC 62358:2012. It supersedes BS EN 62358:2004
which is withdrawn.

The UK participation in its preparation was entrusted to Technical Committee
EPL/51, Transformers, inductors, magnetic components and ferrite materials.

A list of organizations represented on this committee can be obtained on
request to its secretary.

This publication does not purport to include all the necessary provisions of a
contract. Users are responsible for its correct application.

© The British Standards Institution 2013.
Published by BSI Standards Limited 2013
ISBN 978 0 580 64881 6

ICS 29.100.10

Compliance with a British Standard cannot confer immunity from
legal obligations.

This British Standard was published under the authority of the Standards
Policy and Strategy Committee on 31 January 2013.

Amendments issued since publication
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Foreword

The text of document 51/1005/FDIS, future edition 2 of |EC 62358, prepared by IEC TC 51, "Magnetic
components and ferrite materials" was submitted to the IEC-CENELEC parallel vote and approved by
CENELEC as EN 62358:2012.

The following dates are fixed:

¢ latest date by which the document has (dop) 2013-08-16
to be implemented at national level by
publication of an identical national
standard or by endorsement

¢ latest date by which the national (dow) 2015-11-16
standards conflicting with the
document have to be withdrawn

This document supersedes EN 62358:2004.
EN 62358:2012 includes the following significant technical changes with respect to EN 62358:2004;:

a) addition of AL value (inductance factor) and its tolerance for PQ-cores;

b) addition of AL value (inductance factor) and its tolerance for EFD-cores;

c¢) addition of AL value (inductance factor) and its tolerance for Low-profile ER-I-cores;

d) addition of AL value (inductance factor) and its tolerance for Low-profile ER-cores

(ER9,5 x 2,5 x5 ER11 x 2,5 x 6, ER14,5 x 3 x 7 ferrite cores are same as in );
e) addition of AL value (inductance factor) and its tolerance for Low-profile PQ-I-cores.

Attention is drawn to the possibility that some of the elements of this document may be the subject of
patent rights. CENELEC [and/or CEN] shall not be held responsible for identifying any or all such patent
rights.

Endorsement notice

The text of the International Standard IEC 62358:2012 was approved by CENELEC as a European
Standard without any modification.
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Annex ZA
(normative)

Normative references to international publications
with their corresponding European publications

EN 62358:2012

The following documents, in whole or in part, are normatively referenced in this document and are
indispensable for its application. For dated references, only the edition cited applies. For undated

NOTE When an international publication has been modified by common modifications, indicated by (mod), the relevant EN/HD

applies.

Year
EC 61185

EC 61596 -

EC 62044-2 -

EC 62317- -

EC 623174 -
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EC 62317-13 -

ISO 497 -

Full document details: BS EN 62358:2013

Title EN/HD

Ferrite cores (ETD-cores) intended for use in EN 61185
power supply applications - Dimensions

Magnetic oxide EP-cores and associated N 61596
parts for use in inductors and transformers -
Dimensions

Cores made of soft magnetic materials - N 62044-2
Measuring methods -

Part 2: Magnetic properties at low excitation

level

Ferrite cores - Dimensions -
Part 2: Pot-cores for use in

telecommunications, power supply, and filter

applications

applications

Ferrite cores - Dimensions - N 62317-4
Part 4: RM-cores and associated parts

Ferrite cores - Dimensions - N 62317-
Part 7: EER-cores

Ferrite cores - Dimensions - N 62317-8
Part 8: E-cores

Ferrite cores - Dimensions - N 62317-9
Part 9: Planar cores

Ferrite cores - Dimensions - N 62317-13
Part 13: PQ-cores for use in power supply

Guide to the choice of series of preferred
numbers and series containing more rounded
values of preferred numbers

Year
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INTRODUCTION

The 4, value (inductance factor) and its tolerance have been specified by the users before.
When manufacturers wish to have an inventory for short delivery, they have to hold the
products before gapping since there is no standard for the 4, value. Because of electronic
commerce and the increased demand for rapid delivery of products, it will be more convenient
for customers and suppliers to refer to established 4| values and tolerances. This standard
has been developed to meet this demand.

As a result of the implementation of this standard, it will be easier for core suppliers and users
to develop electronic components using gapped soft ferrite cores. Conventional businesses
will benefit, as will new companies working in new fields such as e-commerce.

It is recommended that users specify 4, values by selecting them from this standard. The
tolerances in this standard are recommended, but for historical reasons a manufacturer’s
specification might differ for some components. Users should confirm tolerances from the
manufacturer's literature. Manufacturers are encouraged to use the 4| values in this standard
when building stocks of gapped cores for short delivery. In cases where users or
manufacturers specify a gap length with tolerances the A value will only be approximate and
without tolerance. Such cases will be outside the scope of this standard.
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