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Foreword 

   
together with common modifications prepared by the Technical Committee CENELEC TC 81X, Lightning 
protection, was submitted to the formal vote and was approved by CENELEC as EN 62561-4 on 2011-02-21. 

This European Standard supersedes EN 50164-4:2008. 

Attention is drawn to the possibility that some of the elements of this document may be the subject of patent 
rights. CEN and CENELEC shall not be held responsible for identifying any or all such patent rights. 

The following dates were fixed: 

– latest date by which the EN has to be implemented 
 at national level by publication of an identical 
 national standard or by endorsement 

 
 
(dop) 

 
 
2012-02-21 

– latest date by which the national standards conflicting 
 with the EN have to be withdrawn  

 
(dow) 

 
2014-02-21 

__________ 

Endorsement notice 

The text of the International Standard EN 62561-4:2010, prepared by IEC TC 81, Lightning protection, 

The text of the International Standard EN 62561-4:2010 was approved by CENELEC as a European 
Standard with agreed common modifications as given below. 

In the official version, for Bibliography, the following note has to be added for the standard indicated: EN

EN 62305-1:2006 NOTE   Harmonized as en 62305-1:2006 (not modified). 
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Annex ZA 
(normative) 

  
Normative references to international publications 

with their corresponding European publications 
  
The following referenced documents are indispensable for the application of this document. For dated 
references, only the edition cited applies. For undated references, the latest edition of the referenced 
document (including any amendments) applies.  
  
NOTE   When an international publication has been modified by common modifications, indicated by (mod), the relevant EN/HD 
applies.  
  
Publication Year Title EN/HD Year 
  

IEC 60068-2-75 1997 Environmental testing -  
Part 2-75: Tests - Test Eh: Hammer tests 

EN 60068-2-75 1997 
 

  

ISO 4892-3 2006 Plastics - Methods of exposure to laboratory 
light sources -  
Part 3: Fluorescent UV lamps  

EN ISO 4892-3 2006 

 

  

ISO 4892-4 2004 Plastics - Methods of exposure to laboratory 
light sources -  
Part 4: Open-flame carbon-arc lamps 

- - 

 

  

ISO 6957 1988 Copper alloys - Ammonia test for stress 
corrosion resistance  

- - 
 

 
 

– 3 –
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INTRODUCTION 

This Part 4 of  deals with the requirements and tests for conductor fasteners as 
being a lightning protection system component (LPSC) designed and implemented according 
to the  series of standards. 

 

 EN 62305} ~

 EN 62561} ~
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LIGHTNING PROTECTION SYSTEM COMPONENTS (LPSC) –  
 

Part 4: Requirements for conductor fasteners 
 
 
 

1 Scope 

This Part 4 of  deals with the requirements and tests for metallic and non-metallic 
conductor fasteners that are used in conjunction with the air termination, down conductor and 
earth termination system. 

This standard does not cover the fixing of conductor fasteners to the fabric/membrane/gravel 
roofing of structures due to the vast number and types used in modern day construction. 

LPSC may also be suitable for use in hazardous atmospheres. Regard should then be taken 
of the extra requirements necessary for the components to be installed in such conditions. 

2 Normative references 

The following referenced documents are indispensable for the application of this document. 
For dated references, only the edition cited applies. For undated references, the latest edition 
of the referenced document (including any amendments) applies. 

3 Terms and definitions 

For the purpose of this document, the following terms and definitions apply. 

 EN 62561} ~

}

  

 

 
~

ISO 4892-4:2004, Plastics – Methods of exposure to laboratory light sources – Part 4: Open-
flame, carbon-arc lamps 

ISO 6988:1985, Metallic and other non-organic coatings – Sulphur dioxide test with general 
condensation of moisture  

ISO 6957:1988, Copper alloys – Ammonia test for stress corrosion resistance 

EN 60068-2-52:1996, Environmental testing – Part 2: Tests – Test Kb: Salt mist, cyclic (sodium chloride 
solution) (IEC 60068-2-52:1996) 

EN 62305-1, Protection against lightning – Part 1: General principles (IEC 62305-1) 

EN 62305-3, Protection against lightning – Part 3: Physical damage to structures and life hazard
  

(IEC 62305-3) 

EN 62305-4, Protection against lightning – Part 4: Electrical and electronic systems within the structure
 

(IEC 62305-4) 

EN ISO 4892-2:2006, Plastics – Methods of exposure to laboratory light sources – Part 2: Xenon-arc lamps
 

(ISO 4892-2:2006) 

EN ISO 6988:1994, Metallic and other non-organic coatings – Sulfur dioxide test with general condensation 
of moisture (ISO 6988:1985) 

BS EN 62561-4:2011
EN 62561-4:2011 (E)– 6 –

Full document details: BS EN 62561-4:2011

http://dx.doi.org/10.3403/00818801
http://dx.doi.org/10.3403/00818801
http://dx.doi.org/10.3403/30078185U
http://dx.doi.org/10.3403/30078185U
http://dx.doi.org/10.3403/30174642U
http://dx.doi.org/10.3403/30091814U
http://dx.doi.org/10.3403/30091814U
http://dx.doi.org/10.3403/30096148
http://dx.doi.org/10.3403/30096148
http://dx.doi.org/10.3403/00527526
http://dx.doi.org/10.3403/00527526
http://dx.doi.org/10.3403/00527526
http://www.avadocuments.com/doc/bs-en-62561-4-2011
http://www.avadocuments.com/doc/bs-en-62561-4-2011

