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Committees responsible for this 
British Standard
The preparation of this British Standard was entrusted to Technical 
Committee PRI/60, Resilient floor coverings, upon which the following bodies 
were represented:

British Adhesives and Sealants Association

British Railways Board

British Resilient Flooring Manufacturers’ Association

British Rubber Manufactureres’ Association Ltd.

Consumer Policy Committee of BSI

Contract Flooring Association

Cork Industry Federation

Department of the Environment (British Board of Agrément)

Department of the Environment (Building Research Establishment)

Institute of Chartered Arbitrators

Royal Institute of British Architects

Wood Panel Industries Federation
Amendments issued since publication

Amd. No. Date Comments

14726 3 December 2003 Replacement of subclause 4.2.2
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Full document details: BS EN 649
National foreword

This British Standard has been prepared by Technical Committee PRI/60, and is 
the English language version of EN 649:1996 Resilient floor coverings — 
Homogeneous and heterogeneous polyvinyl chloride floor coverings — 
Specification, including amendment A1:2003, published by the European 
Committee for Standardization (CEN).

Cross-references

The British Standards which implement international or European publications 
referred to in this document may be found in the BSI Catalogue under the section 
entitled “International Standards Correspondence Index”, or by using the 
“Search” facility of the BSI Electronic Catalogue or of British Standards Online.

This British Standard supersedes BS 2592:1973 and BS 3261-1:1973 which are 
withdrawn.

This publication does not purport to include all the necessary provisions of a 
contract. Users are responsible for its correct application.

Compliance with a British Standard does not of itself confer immunity 
from legal obligations.
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This document comprises a front cover, an inside front cover, pages i and ii, 
the EN title page, pages 2 to 7 and a back cover.

The BSI copyright notice displayed in this document indicates when the 
document was last issued.
:1997

http://www.avadocuments.com/doc/bs-en-649-1997
http://www.avadocuments.com/doc/bs-en-649-1997

