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Committees responsible for this 
British Standard

The preparation of this British Standard was entrusted to Technical 
Committee TCI/68, Industrial textiles, upon which the following bodies were 
represented:

Anglo-Scottish Fish Producers’ Organization Limited
British Apparel and Textile Confederation
British Marine Equipment Council
British Paediatric Association
British Polyolefin Textiles Association
Camping and Caravanning Club Limited
Camping and Outdoor Leisure Association
Confederation of British Wool Textiles Limited
Consumer Policy Committee of BSI
Department of Trade and Industry
Federation of Wire Rope Manufacturers of Great Britain
Home Office
Institute of Trading Standards Administration
Institution of Fire Engineers
Made-up Textiles Association
National Federation of Master Steeplejacks and Lightning Conductor 

Engineers
Oldham and Rochdale Textile Employers’ Association
Road Haulage Association Limited
SATRA Footwear Technology Centre
Scottish Office (Agriculture and Fisheries Department)
Textile Finishers’ Association

The following body was also represented in the drafting of the standard 
through a subcommittee and working group:

Association of Load Restraint Equipment Manufacturers

Amendments issued since publication

Amd. No. Date Comments

9108 June 1996 Indicated by a sideline in the margin
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National foreword

This British Standard has been prepared by Technical Committee TCI/68, and is 
the English language version of EN 697:1995 Fibre ropes for general service — 
Polyester, published by the European Committee for Standardization (CEN).
This British Standard partly supersedes BS 4928:1985 which is withdrawn.

A British Standard does not purport to include all the necessary provisions of a 
contract. Users of British Standards are responsible for their correct application.

Compliance with a British Standard does not of itself confer immunity 
from legal obligations.

Cross-references

Publication referred to Corresponding British Standard

EN 701:1995 BS EN 701:1995 Fibre ropes for general service — 
General specification

EN 919:1995 BS EN 919:1995 Fibre ropes for general service — 
Determination of certain physical and mechanical 
properties

EN 1968:1973 BS 3724:1991 Glossary of terms relating to fibre ropes 
and cordage

Summary of pages
This document comprises a front cover, an inside front cover, pages i and ii, 
the EN title page, pages 2 to 6, an inside back cover and a back cover.
This standard has been updated (see copyright date) and may have had 
amendments incorporated. This will be indicated in the amendment table on 
the inside front cover.
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