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Resilient floor coverings —

Determination of mass per
unit area of a reinforcement or
a backing of polyvinyl chloride
floor coverings

The European Standard EN 718 : 1995 has the status of a British Standard
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Committees responsible for this
British Standard

The preparation of this British Standard was entrusted to Technical Committee
PRI/60, Resilient floor coverings, upon which the following bodies were
represented:

British Adhesives and Sealants Association

British Railways Board

British Resilient Flooring Manufacturers’ Association

British Rubber Manufacturers’ Association Ltd.

Consumer Policy Committee of BSI

Contract Flooring Association

Cork Industry Federation

Department of the Environment (British Board of Agreement)
Department of the Environment (Building Research Establishment)
Institute of Chartered Arbitrators

Royal Institute of British Architects

Wood Panel Products Federation

This British Standard, having
been prepared under the
direction of the Sector Board for
Materials and Chemicals, was
published under the authority of
the Standards Board and comes
into effect on
15 May 1996
Amendments issued since publication
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The following BSI references
relate to the work on this
standard:

Committee reference PRI/60
Draft for comment 92/40312 DC
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