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National foreword

This British Standard was published by BSI. It is the UK implementation of 
EN 725-11:2006. It supersedes DD ENV 725-11:1994 which is withdrawn.
The UK participation in its preparation was entrusted to Technical Committee 
RPI/13, Advanced technical ceramics.
A list of organizations represented on RPI/13 can be obtained on request to its 
secretary.
This publication does not purport to include all the necessary provisions of a 
contract. Users are responsible for its correct application.
Compliance with a British Standard cannot confer immunity from 
legal obligations.
Amendments issued since publication

Amd. No. Date Comments
2006

http://dx.doi.org/10.3403/00328803
http://www.avadocuments.com/doc/bs-en-725-11-2006
http://www.avadocuments.com/doc/bs-en-725-11-2006


EUROPEAN STANDARD

NORME EUROPÉENNE

EUROPÄISCHE NORM

EN 725-11

June 2006

ICS 81.060.99 Supersedes ENV 725-11:1993       

English Version

Advanced technical ceramics - Methods of test for ceramic
powders - Part 11: Determination of densification on natural

sintering

Céramiques techniques avancées - Méthodes d'essai pour
poudres céramiques - Partie 11: Détermination de la

densification lors du frittage naturel

Hochleistungskeramik - Prüfverfahren für keramische
Pulver -Teil 11: Bestimmung der Verdichtungsverhaltens

bei natürlichem Sinterbrand

This European Standard was approved by CEN on 25 May 2006.

CEN members are bound to comply with the CEN/CENELEC Internal Regulations which stipulate the conditions for giving this European
Standard the status of a national standard without any alteration. Up-to-date lists and bibliographical references concerning such national
standards may be obtained on application to the Central Secretariat or to any CEN member.
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