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National foreword

This British Standard has been prepared by Technical Committee RPI/13 and is the
English language version of EN 725-7 : 1995 Advanced technical ceramics — Methods
of test for ceramic powders — Part 7: Determination of the absolute density published
by the European Committee for Standardization (CEN).

EN 725-7 : 1995 was produced as a result of international discussions in which the UK
took an active part.

Cross-reference

Publication referred to Corresponding British Standard

ISO 802 : 1976 BS 4140 Methods of test for aluminium oxide
Part 1: 1986 Preparation and storage of test samples

Compliance with a British Standard does not of itself confer immunity
from legal obligations.
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