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STANDARDS

AMD 8849

Amendment No. 1
published and effective from 15 December 1995
to BS EN 729 : Part 1 : 1995

Quality requirements for welding
Fusion welding of metallic materials
Part 1. Guidelines for selection and use

Correction

Table 1. Selection of welding quality requirements
Delete the existing table and substitute the following.

Table 1. Selection of welding quality
requirements
Contract welding Quality requirements
requirements
When quality When quality
systems? to system to
EN 29001 or EN 29001 or
EN 29002 is EN 29002 is not
required use required use
comprehensive EN 729-2D EN 729-2
quality requirements
standard quality EN 729-2D EN 729-3
requirements
elementary quality | EN 729-2D EN 7294
requirements
DWithin the scope of EN 29001 and EN 29002 the requirements
of EN 729-2 may be minimized to an appropriate level to suit
the type of welded construction.

AMD 8849/December 1995
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National foi'eword

This British Standard has been prepared under the direction of the Engineering
Sector Board and is the English language version of EN 729-1 : 1994 Quality
requirements for welding — Fusion welding of metallic materials — Part 1:
Guidelines for selection and use, published by the European Committee for
Standardization (CEN).

EN 729-1 was produced as the result of international discussion in which the
UK took and active part.

There has previously been no direct British Standard equivalent to this
standard. Application Standards may request the manufacturer to comply with
one of the Parts of EN 729.

It is assumed that the execution of the provisions of this document is entrusted
to suitably qualified and experienced persons.

Compliance with a British Standard does not of itself confer immunity
from legal obligations.
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