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 BSI 1997 i

National foreword

This Part of BS EN 754 has been prepared by Technical Committee NFE/35 and is the
English language version of EN 754 Aluminium and aluminium alloys Ð Cold drawn
rod/ bar and tube Ð Part 1 : 1997 Technical conditions for inspection and delivery
published by the European Committee for Standardization (CEN).

This British Standard is published under the direction of the Engineering Sector Board
whose Technical Committee NFE/35 has the responsibility to:

± aid enquirers to understand the text;
± present to the responsible international/European committee any enquiries on

interpretation, or proposals for change and keep UK interests informed;
± monitor related international and European developments and promulgate them

in the UK.

This Part of BS EN 754 is published together with:

BS EN 754 Aluminium and aluminium alloys Ð Cold drawn rod/bar and tube
Part 2 Mechanical properties
BS EN 755 Aluminium and aluminium alloys Ð Extruded rod/bar, tube and

profiles
Part 1 Technical conditons for inspection and delivery
Part 2 Mechanical properties

As a result of the publication of the above standards, BS 4300 : Part 5 : 1973 is
withdrawn and the following British Standards listed in the table are partially
superseded.

NOTE. The table gives the full list of European Standards which partially supersede the British
Standards.

British Standards partially superseded by this standard and other
European Standards

BS 1471 :
1972

BS 1474 :
1987

BS 4300 :
Part 4 : 1973

BS 4300 :
Part 12 : 1969

BS 4300 :
Part 15 : 1973

EN 515
EN 573-3
EN 573-4
EN 754-1
EN 754-2

EN 515
EN 573-3
EN 573-4
EN 755-1
EN 755-2
EN 755-3
EN 755-4
EN 755-5
EN 755-6

EN 515
EN 573-3
EN 573-4
EN 755-1
EN 755-2
EN 755-3
EN 755-4
EN 755-5
EN 755-6

EN 515
EN 573-3
EN 573-4
EN 755-1
EN 755-2
EN 755-3
EN 755-4
EN 755-5
EN 755-6

EN 515
EN 573-3
EN 573-4
EN 755-1
EN 755-2
EN 755-3
EN 755-4
EN 755-5
EN 755-6

Full document details: BS EN 754-1:1997
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BS EN 754-1 : 1997

In addition, the British Standards in the table will be withdrawn when the following
European Standards are published:

EN 754 Aluminium and aluminium alloys Ð Cold drawn rod/bar and tube
Part 7 Seamless tubes, tolerances on dimensions and form
Part 8 Porthole tubes, tolerances on dimensions and form
EN 755 Aluminium and aluminium alloys Ð Extruded rod/bar, tube and

profiles
Part 7 Seamless tubes, tolerances on dimensions and form
Part 8 Porthole tubes, tolerances on dimensions and form
Part 9 Profiles, tolerances on dimensions and form
EN 12020 Aluminium and aluminium alloys Ð Extruded precision profiles in

alloys EN AW 6060/EN AW 6063
Part 1 Technical conditions for inspection and delivery
Part 2 Tolerances on dimensions and form

NOTE. International and European Standards, as well as overseas standards, are available from
Customer Services, BSI, 389 Chiswick High Road, London W4 4AL.

Compliance with a British Standard does not of itself confer immunity
from legal obligations.

Summary of pages

This document comprises a front cover, an inside front cover, pages i and ii, the EN
title page, pages 2 to 12, an inside back cover and a back cover.

Full document details: BS EN 754-1:1997
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Foreword

This European Standard has been prepared by
Technical Committee CEN/TC 132, Aluminium and
aluminium alloys, the secretariat of which is held by
AFNOR.

This European Standard shall be given the status of a
national standard, either by publication of an identical
text or by endorsement, at the latest by October 1997,
and conflictiong national standards shall be withdrawn
at the latest by October 1997.

Within its programme of work, Technical Committee
CEN/TC 132 entrusted CEN/TC 132/WG 5, Extruded
and drawn products, to prepare the following standard:

EN 754-1 Aluminium and aluminium alloys Ð
Cold drawn rod/bar and tube Ð Part 1:
Technical conditions for inspection and
delivery

This standard is part of a set of eight standards. The
other standards deal with:

EN 754-2 Aluminium and aluminium alloys Ð
Cold drawn rod/bar and tube Ð Part 2:
Mechanical properties

EN 754-3 Aluminium and aluminium alloys Ð
Cold drawn rod/bar and tube Ð Part 3:
Round bars, tolerances on dimensions
and form

EN 754-4 Aluminium and aluminium alloys Ð
Cold drawn rod/bar and tube Ð Part 4:
Square bars, tolerances on dimensions
and form

EN 754-5 Aluminium and aluminium alloys Ð
Cold drawn rod/bar and tube Ð Part 5:
Rectangular bars, tolerances on
dimensions and form

EN 754-6 Aluminium and aluminium alloys Ð
Cold drawn rod/bar and tube Ð Part 6:
Hexagonal bars, tolerances on
dimensions and form

prEN 754-7 Aluminium and aluminium alloys Ð
Cold drawn rod/bar and tube Ð Part 7:
Seamless tubes, tolerances on
dimensions and form

prEN 754-8 Aluminium and aluminium alloys Ð
Cold drawn rod/bar and tube Ð Part 8:
Porthole tubes, tolerances on dimensions
and form

According to the CEN/CENELEC Internal Regulations,
the national standards organizations of the following
countries are bound to implement this European
Standard: Austria, Belgium, Denmark, Finland, France,
Germany, Greece, Iceland, Ireland, Italy, Luxembourg,
Netherlands, Norway, Portugal, Spain, Sweden,
Switzerland and the United Kingdom.

Contents

Page

Foreword 2

1 Scope 4

2 Normative references 4

3 Definitions 4

3.1 cold drawn rod/bar 4

3.2 cold drawn tube 4

3.3 seamless tube 4

3.4 porthole/bridge tube 4

3.5 porthole/bridge die 4

3.6 inspection lot 4

3.7 heat treatment batch or lot 4

3.8 sample 5

3.9 specimen 5

3.10 test piece 5

3.11 test 5

4 Orders or tenders 5

5 Requirements 5

5.1 Production and manufacturing
processes 5

5.2 Quality control 5

5.3 Chemical composition 5

5.4 Mechanical properties 6

5.5 Freedom from surface defects 6

5.6 Tolerances on dimensions and form 6

5.7 Other requirements 6

6 Test procedures 6

6.1 Sampling 6

6.2 Test methods 7

6.3 Re-tests 7

7 Inspection documents 8

7.1 General 8

7.2 Documents established on the basis of
inspections and tests performed by
qualified personnel who are involved
in the manufacturing process and/or
belong to the quality control
department 8

7.3 Documents established on the basis of
inspections and tests performed or
supervised by qualified personnel
organizationally independent from the
manufacturing department, according
to the requirements specified on the
order and carried out on the products
for delivery or on the relevant
inspection lot 8

Full document details: BS EN 754-1:1997

http://www.avadocuments.com/doc/bs-en-754-1-1997
http://www.avadocuments.com/doc/bs-en-754-1-1997

