BRITISH STANDARD BS EN
754-3:1996

Aluminium and
aluminium alloys —

Cold drawn rod/bar and
tube —

Part 3: Round bars, tolerances on
dimensions and form

The European Standard EN 754-3:1995 has the status of a
British Standard

ICS 77.120.10 77.140.90
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Committees responsible for this
British Standard

The preparation of this British Standard was entrusted to
Technical Committee NFE/35, Light metals and their alloys, upon which the
following bodies were represented:

Aluminium Federation

Aluminium Stockholders’ Association
London Metal Exchange

Magnesium Industry Council
Ministry of Defence

The following bodies were also represented in the drafting of the standard,
through subcommittees and panels:

Association of British Welded Aluminium Tube Makers
Association of Light Alloy Refiners Limited

Institution of Structural Engineers

Metal Packaging Manufacturers’ Association

This British Standard, having
been prepared under the
direction of the Engineering
Sector Board, was published
under the authority of the
Standards Board and comes
into effect on

15 June 1996

Amendments issued since publication

Amd. No. Date Comments
© BSI 12-1998

The following BSI references
relate to the work on this
standard:

Committee reference NFE/35
Draft for comment 92/41466 DC
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