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National foreword

This Part of BS EN 754 has been prepared by Technical Committee NFE/35 and 
is the English language version of EN 754-4:1995 Aluminium and aluminium 
alloys — Cold drawn rod/bar and tube — Part 4: Square bars, tolerances on 
dimensions and form, published by the European Committee for Standardization 
(CEN).
This Part of BS EN 754 is published with:
BS EN 754, Aluminium and aluminium alloys — Cold drawn rod/bar and tube.
BS EN 754-3, Round bars, tolerances on dimensions and form.
BS EN 754-5, Rectangular bars, tolerances on dimensions and form.
BS EN 754-6, Hexagonal bars, tolerances on dimensions and form.
BS EN 755, Aluminium and aluminium alloys — Extruded rod/bar, tube and 
profiles.
BS EN 755-3, Round bars, tolerances on dimensions and form.
BS EN 755-4, Square bars, tolerances on dimensions and form.
BS EN 755-5, Rectangular bars, tolerances on dimensions and form.
BS EN 755-6, Hexagonal bars, tolerances on dimensions and form.
As a result, the following standards are partially superseded by those listed 
above. European Standards should be used in preference whenever possible.
BS 1471:1972, Specification for wrought aluminium and aluminium alloys for 
general engineering purposes — Drawn tube.
BS 1474:1987, Specification for wrought aluminium and aluminium alloys for 
general engineering purposes — bars, extruded round tubes and sections.
BS 4300, Wrought aluminium alloys for general engineering purposes 
(supplementary series).
BS 4300-4: 1973,6463 Solid extruded bars and sections suitable for bright 
trim/reflector applications.
BS 4300-5, 1973, 2011 Free cutting bar and wire.
BS 4300-10, 1969, 5454 Drawn tube.
BS 4300-12,1969, 5454 Bar, extruded round tube and sections.
BS 4300-15,1973, 7020 Bar, extruded round tube and sections.
BS 2898:1970, Specification for wrought aluminium and aluminium alloys for 
electrical purposes — Bars, extruded round tube and sections.
When the following European Standards are published the above British 
Standards will be withdrawn.
BS EN 754, Aluminium and aluminium alloys — Cold drawn rod/bar and tube.
BS EN 754-1, Technical conditions for inspection and delivery.
BS EN 754-2, Mechanical properties.
BS EN 755, Aluminium and aluminium alloys — Extruded rod/bar, tube and 
profiles.
BS EN 755-1, Technical conditions for inspection and delivery.
BS EN 755-2, Mechanical properties.

Full document details: BS EN 754-4:1996

http://www.avadocuments.com/doc/bs-en-754-4-1996
http://www.avadocuments.com/doc/bs-en-754-4-1996

