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National foreword

This British Standard is the official English text version of the “ordinary” 
version of EN 771-6:2000. This edition of EN 771-6 will be superseded in due 
course by a “Harmonized European Standard” EN 771-6 which fully takes into 
account the requirements of the European Commission mandate M116 for 
masonry products. EN 771-6 is the subject of transitional arrangements agreed 
under the Commission mandate which is intended to lead to CE marking in 
support of the Construction Products Directive. In order to allow for any 
changes in national regulations, the Member States have agreed a transition 
period of 21 months for the coexistence of any conflicting national standards 
and the future Harmonized European Standard EN 771-6. 
Note 1  The above mentioned coexistence provisions therefore supersede the information given in 
the second paragraph of the Foreword to EN 771-6.

Note 2  In the United Kingdom there are no conflicting national standards.

The UK participation in its preparation was entrusted by Technical Committee 
B/519, Masonry and associated tests, to Subcommittee B/519/1, Masonry units, 
which has the responsibility to: 

A list of organizations represented on this subcommittee can be obtained on 
request to its secretary.

Additional information

The possibility of the preparation of a National Annex NA to this British 
Standard is under consideration. This will provide informative commentary on 
the application of BS EN 771-6 in the UK.

Cross-references

The British Standards which implement international or European 
publications referred to in this document may be found in the BSI Standards 
Catalogue under the section entitled “International Standards Correspondence 
Index”, or by using the “Find” facility of the BSI Standards Electronic 
Catalogue.

A British Standard does not purport to include all the necessary provisions of 
a contract. Users of British Standards are responsible for their correct 
application. 

Compliance with a British Standard does not of itself confer immunity 
from legal obligations.

— aid enquirers to understand the text;

— present to the responsible European committee any enquiries on the 
interpretation, or proposals for change, and keep the UK interests 
informed;

— monitor related international and European developments and 
promulgate them in the UK.

Summary of pages
This document comprises a front cover, an inside front cover, the EN title page, 
pages 2 to 15 and a back cover.

The BSI copyright date displayed in this document indicates when the 
document was last issued.

Amendments issued since publication
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Foreword

This European Standard has been prepared by Technical Committee CEN/TC 125, Masonry, the Secretariat
of which is held by BSI.

This European Standard shall be given the status of a national standard, either by publication of an identical
text or by endorsement, at the latest by February 2001, and conflicting national standards shall be withdrawn
at the latest by February 2001.

This European Standard has been prepared under a mandate given to CEN by the European Commission
and the European Free Trade Association, and supports essential requirements of EU Directive(s).

According to the CEN/CENELEC Internal Regulations, the national standards organizations of the following
countries are bound to implement this European Standard: Austria, Belgium, Czech Republic, Denmark,
Finland, France, Germany, Greece, Iceland, Ireland, Italy, Luxembourg, Netherlands, Norway, Portugal,
Spain, Sweden, Switzerland and the United Kingdom.

Annex A is normative.
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1 Scope

This European Standard specifies the characteristics and performance requirements of natural stone
masonry units manufactured from natural stone, the thickness of which is equal to or greater than 80 mm,
used in load bearing or non-load bearing masonry structures for internal or external applications. All kinds of
manufactured stone are excluded.

It defines the performance related to strength, petrographic description, density, porosity, dimensional
accuracy, thermal conductivity, water absorption, and frost resistance, measured according to the
corresponding test methods contained in separate European Standards. It also contains references to fire
and acoustic properties.

It provides for the evaluation of conformity of the product to this European Standard.

The marking requirements for products covered by this European Standard are also included.

2 Normative references

This European Standard incorporates by dated or undated reference, provisions from other publications.
These normative references are cited at the appropriate places in the text and the publications are listed
hereafter. For dated references, subsequent amendments to or revisions of any of these publications apply
to this European Standard only when incorporated in it by amendment or revision. For undated references
the latest edition of the publication referred to applies.

prEN 772-1, Methods of test for masonry units — Part 1: Determination of compressive strength.

EN 772-4, Methods of test for masonry units — Part 4: Determination of real and bulk density and of total
and open porosity for natural stone masonry units.

prEN 772-11, Methods of test for masonry units — Part 11: Determination of water absorption due to
capillary action.

prEN 772-16, Methods of test for masonry units — Part 16: Determination of dimensions.

prEN 772-20, Methods of test for masonry units — Part 20: Determination of flatness of faces of aggregate
concrete, manufactured and natural stone masonry.

EN 12372, Natural stone test methods — Determination of flexural strength under concentrated load.

prEN 1745, Masonry and masonry products — Methods for determining design thermal values.

3 Definitions and Symbols

For the purpose of this European Standard, the following definitions apply.

3.1 Unit related definitions

3.1.1 
masonry unit
preformed component intended for use in masonry construction

3.1.2 
face
exposed face of natural stone masonry units
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