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Foreword 

This document (EN 820-4:2009) has been prepared by Technical Committee CEN/TC 184 “Advanced 
technical ceramics”, the secretariat of which is held by BSI. 

This European Standard shall be given the status of a national standard, either by publication of an identical 
text or by endorsement, at the latest by January 2010, and conflicting national standards shall be withdrawn at 
the latest by January 2010. 

Attention is drawn to the possibility that some of the elements of this document may be the subject of patent 
rights. CEN [and/or CENELEC] shall not be held responsible for identifying any or all such patent rights. 

This document supersedes ENV 840-4:2001. 

EN 820 consists of five parts, under the general title "Advanced technical ceramics - Methods of testing 
monolithic ceramics – Thermomechanical properties": 

 Part 1: Determination of flexural strength at elevated temperatures 

 Part 2: Determination of self-loaded deformation 

 Part 3: Determination of resistance to thermal shock by water quenching 

 Part 4: Determination of flexural creep deformation at elevated temperatures 

 Part 5: Determination of elastic moduli at elevated temperatures 

According to the CEN/CENELEC Internal Regulations, the national standards organizations of the following 
countries are bound to implement this European Standard: Austria, Belgium, Bulgaria, Cyprus, Czech 
Republic, Denmark, Estonia, Finland, France, Germany, Greece, Hungary, Iceland, Ireland, Italy, Latvia, 
Lithuania, Luxembourg, Malta, Netherlands, Norway, Poland, Portugal, Romania, Slovakia, Slovenia, Spain, 
Sweden, Switzerland and the United Kingdom. 
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1 Scope 

This Part of EN 820 describes a procedure for undertaking flexural creep tests at elevated temperatures on 
advanced technical ceramics, mainly for the purposes of comparison of deformation behaviour of materials 
under stressed conditions and under any appropriate atmospheric condition. 

NOTE This European Standard does not provide a method of acquiring engineering performance data since the 
stress distribution under flexural loading is indeterminate. 

2 Normative references 

The following referenced documents are indispensable for the application of this document. For dated 
references, only the edition cited applies. For undated references, the latest edition of the referenced 
document (including any amendments) applies. 

EN 820-1, Advanced technical ceramics – Methods of testing monolithic ceramics - Thermomechanical 
properties - Part 1: Determination of flexural strength at elevated temperatures 

EN 843-1, Advanced technical ceramics – Mechanical properties of monolithic ceramics at room temperature - 
Part 1: Determination of flexural strength  

EN 1006, Advanced technical ceramics - Monolithic ceramics - Guidance on the selection of test pieces for 
the evaluation of properties  

EN 60584-1, Thermocouples - Part 1: Reference tables (IEC 60584-1:1995) 

EN 60584-2, Thermocouples - Part 2: Tolerances (IEC 60584-2:1989 + A1:1989) 

EN ISO 7500-1, Metallic materials - Verification of static uniaxial testing machines - Part 1: 
Tension/compression testing machines - Verification and calibration of the force-measuring system (ISO 
7500-1:2004) 

EN ISO/IEC 17025, General requirements for the competence of testing and calibration laboratories (ISO/IEC 
17025:2005) 

ISO 3611, Micrometer callipers for external measurement 

3 Terms and definitions 

For the purposes of this document the following terms and definitions apply. 

3.1 
creep 
time-dependent non-elastic deformation of a material under an applied stress 

3.2 
creep rupture 
failure of a test piece under nominally constant loading conditions resulting from an accumulation of 
microstructural damage 

3.3 
stress rupture 
catastrophic extension of a flaw having previously grown subcritically under constant nominal stress leading to 
failure of the test piece 
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