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National foreword

This British Standard has been prepared by Technical Committee PRI/66 and is the
English language version of EN 855 : 1996 Plastics hoses and hose assemblies —
Thermoplastics textile reinforced hydraulic type — Specification, published by the
European Committee for Standardization (CEN).

The text used for this implementation is the corrected text authorized by CEN/CS.
This British Standard is a revision of BS 4983 : 1992 which is withdrawn.

EN 855 : 1996 has been approved by CEN member bodies under the weighted voting
procedures introduced in 1988 to coincide with the introduction of the ‘New Approach’
Directives from the Commission of the European Community.

Cross-references
Publication referred to Corresponding British Standard

EN 24671 : 1993 BS EN 24671 : 1993 Rubber and plastics hose and hose
assemblies. Methods of measurement of dimensions

EN 24672 : 1993 BS EN 24672 : 1993 Rubber and plastics hoses. Sub-ambient
temperature flexibility tests

EN 27326 : 1993 BS EN 27326 : 1993 Rubber and plastics hoses. Assessment of

ozone resistance under static conditions
EN ISO 1402 : 1996 BS EN ISO 1402 : 1997 Rubber and plastics hoses and hose
assemblies — Hydrostatic testing

ISO 1817 : 1985 BS 903 Physical testing of rubber
Part A16 : 1987 Determination of the effect of liquids
ISO 6803 : 1994 BS ISO 6803 : 1996 Rubber and plastics hoses and hose
assemblies — Hydraulic-pressure impulse test without
Slexing

Compliance with a British Standard does not of itself confer immunity
from legal obligations.
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