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Foreword 

This document (EN 927-2:2014) has been prepared by Technical Committee CEN/TC 139 “Paints and 
varnishes”, the secretariat of which is held by DIN. 

This European Standard shall be given the status of a national standard, either by publication of an identical 
text or by endorsement, at the latest by March 2015, and conflicting national standards shall be withdrawn at 
the latest by March 2015. 

Attention is drawn to the possibility that some of the elements of this document may be the subject of patent 
rights. CEN [and/or CENELEC] shall not be held responsible for identifying any or all such patent rights. 

This document supersedes EN 927-2:2006. 

The following significant technical changes have been made with respect to EN 927-2:2006: 

a) test profiles for the three main end-use categories (as defined in EN 927-1) have been updated to include 
additional test methods; 

b) Annex A has been deleted; further information on test methods is found in Clause 5, or the referenced 
test methods themselves. 

EN 927 consists of the following parts under the general title: Paints and varnishes — Coating materials and 
coating systems for exterior wood 

— Part 1: Classification and selection; 

— Part 2: Performance specification; 

— Part 3: Natural weathering test; 

— Part 5: Assessment of the liquid water permeability; 

— Part 6: Exposure of wood coatings to artificial weathering using fluorescent UV lamps and water. 

According to the CEN-CENELEC Internal Regulations, the national standards organizations of the following 
countries are bound to implement this European Standard: Austria, Belgium, Bulgaria, Croatia, Cyprus, Czech 
Republic, Denmark, Estonia, Finland, Former Yugoslav Republic of Macedonia, France, Germany, Greece, 
Hungary, Iceland, Ireland, Italy, Latvia, Lithuania, Luxembourg, Malta, Netherlands, Norway, Poland, Portugal, 
Romania, Slovakia, Slovenia, Spain, Sweden, Switzerland, Turkey and the United Kingdom. 
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Introduction 

This European Standard is one of a number of parts of EN 927. EN 927-1 addresses the issue of terminology 
for the wide variety of exterior coatings for wood that are now available. EN 927-1 also provides a framework 
for communicating information on the suitability of a coating for particular specific end-use categories. 
Improved communication is beneficial in the removal of technical barriers to trade. However, there remains the 
problem of comparing products tested, or likely to be exposed, in different climatic regions, and the relevance 
of tests for different categories of end-use. EN 927-2 addresses these issues and sets a limited number of 
mandatory performance criteria combined with optional tests that can provide additional information to a 
standardized format. 
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