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Foreword

This document (EN 927-6:2006) has been prepared by Technical Committee CEN/TC 139 “Paints and varnishes”,
the secretariat of which is held by DIN.

This European Standard shall be given the status of a national standard, either by publication of an identical text or
by endorsement, at the latest by February 2007, and conflicting national standards shall be withdrawn at the latest
by February 2007.

EN 927 consists of the following parts under the general title "Paints and varnishes — Coating materials and
coating systems for exterior wood":

— Part 1: Classification and selection;

— Part 2: Performance specification;

— Part 3: Natural weathering test;

— Part 5: Assessment of the liquid water permeability;

— Part 6: Exposure of wood coatings to artificial weathering using fluorescent UV lamps and water.

According to the CEN/CENELEC Internal Regulations, the national standards organizations of the following
countries are bound to implement this European Standard: Austria, Belgium, Cyprus, Czech Republic, Denmark,
Estonia, Finland, France, Germany, Greece, Hungary, Iceland, Ireland, Italy, Latvia, Lithuania, Luxembourg, Malta,

Netherlands, Norway, Poland, Portugal, Romania, Slovakia, Slovenia, Spain, Sweden, Switzerland and United
Kingdom.
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Introduction

Coatings from paints, varnishes and similar materials are weathered in a laboratory in order to simulate ageing
processes which occur from natural weathering. Generally, a valid correlation between ageing during artificial and
natural weathering cannot be expected due to a large number of influencing factors. Certain relationships can only be
expected if the effect of the important parameters (spectral distribution of the irradiance in the photochemically
relevant range, temperature of the specimen, type of wetting, wetting cycle relative humidity) on the coating is known.
However, unlike natural weathering, testing in the laboratory is carried out taking into consideration a limited number
of variables which can be controlled and therefore the results are more reproducible.
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1 Scope

This part of EN 927 specifies a method for determining the resistance of wood coatings to artificial weathering
performed in an apparatus equipped with fluorescent UV lamps, condensation and water spray devices.

2 Normative references

The following referenced documents are indispensable for the application of this document. For dated references,
only the edition cited applies. For undated references, the latest edition of the referenced document (including any
amendments) applies.

N 927-1, Paints and varnishes — Coating materials and coating systems for exterior wood — Part 1:
Classification and selection

N ISO 2409, Paints and varnishes — Cross-cut test (|ISO 2409:1992
N ISO 2808, Paints and varnishes — Determination of film thickness (SO 2808:199

N ISO 2813, Paints and varnishes — Determination of specular gloss of non-metallic paint films at 20°, 60° and
85° (ISO 2813:1994, including Technical Corrigendum 1:1997)

EN 1SO 4628-1:2003, Paints and varnishes — Evaluation of degradation of coatings — Designation of quantity and
size of defects, and of intensity of uniform changes in appearance — Part 1: General introduction and designation
system (ISO 4628-1:2009)

N 1SO 4628-3, Paints and varnishes — Evaluation of degradation of coatings — Designation of quantity and size
of defects, and of intensity of uniform changes in appearance — Part 2: Assessment of degree of blistering
(SO 4628-2:2003)

N I1SO 4628-4, Paints and varnishes — Evaluation of degradation of coatings — Designation of quantity and size
of defects, and of intensity of uniform changes in appearance — Part 4: Assessment of degree of cracking
@ISO 4628-4:2003)

N I1SO 4628-§, Paints and varnishes — Evaluation of degradation of coatings — Designation of quantity and size
of defects, and of intensity of uniform changes in appearance — Part 5: Assessment of degree of flaking
@ISO 4628-5:2003)

N ISO 4628-Q, Paints and varnishes — Evaluation of degradation of paint coatings — Designation of intensity,
uantity and size of common types of defect - Part 6: Rating of degree of chalking by tape method
SO 4628-6:1990)

prEN ISO 11507:2005, Paints and varnishes — Exposure of coatings to artificial weathering — Exposure to
fluorescent UV and water (ISO/DIS 11507:2005)

ISO 554, Standard atmospheres for conditioning and/or testing — Specifications
SO 7724-1|, Paints and varnishes — Colorimetry — Part 1: Principles

SO 7724-2, Paints and varnishes — Colorimetry — Part 2: Colour measurement

3 Principle

Artificial weathering of coatings using fluorescent UV lamps, condensation or water spray is carried out in order to
produce a certain radiant exposure or mutually agreed total number of operation hours, based on a given degree of a
change in a property or properties. The properties of the exposed coatings are compared with those of unexposed
coatings, which are prepared from the same coating materials under identical conditions or with coatings whqse
degradation properties are known. ocu en‘is

Document Sharing Hub

5
Full document details: BS EN 927-6:2006


http://dx.doi.org/10.3403/00940286U
http://dx.doi.org/10.3403/00495817U
http://dx.doi.org/10.3403/00495817
http://dx.doi.org/10.3403/02254288U
http://dx.doi.org/10.3403/02254288
http://dx.doi.org/10.3403/02023221U
http://dx.doi.org/10.3403/00424147
http://dx.doi.org/10.3403/02892476
http://dx.doi.org/10.3403/02892476
http://dx.doi.org/10.3403/02892488U
http://dx.doi.org/10.3403/02892488
http://dx.doi.org/10.3403/02894672U
http://dx.doi.org/10.3403/02894672
http://dx.doi.org/10.3403/02893341U
http://dx.doi.org/10.3403/02893341
http://dx.doi.org/10.3403/00252178U
http://dx.doi.org/10.3403/00252178
http://dx.doi.org/10.3403/00160130U
http://dx.doi.org/10.3403/00160142U
http://www.avadocuments.com/doc/bs-en-927-6-2006
http://www.avadocuments.com/doc/bs-en-927-6-2006

